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PHOTO(S)
PHOTO 
LOOKING

DESCRIPTION/COMMENT

C001 3 PIER 3 EXTERIOR Y C1‐01 5' X 1' DELAMINATION ALONG CONSTRUCTION JOINT BTWN NEW AND OLD AT PIER 3 

C002 3 SPANDREL WALL ‐ A Y Y C1‐02 SPALL WITH 8" OF EXPOSED BAR ON WEST FACE AT F/B LINE 27, PAINTED OVER

C003 3 SPANDREL WALL ‐ A Y C1‐03 SEPARATION OF CONSTRUCTION JOINT AT OLD/NEW CONCRETE, SOUTH FACE, SPANDREL WALL A

C003 3 SPANDREL WALL ‐ A Y C1‐04 SEPARATION OF CONSTRUCTION JOINT AT OLD/NEW CONCRETE, SOUTH FACE, SPANDREL WALL A

C003 3 SPANDREL WALL ‐ A Y C1‐05 SEPARATION OF CONSTRUCTION JOINT AT OLD/NEW CONCRETE, SOUTH FACE, SPANDREL WALL A

C004 3 SPANDREL WALL ‐ A Y Y Y C1‐06 PATCHES, EXPOSED REBAR, WIDE CRACKS ALONG CONSTRUCTION JOINT AT PIER 3 FACE

C005 3 SPANDREL WALL ‐ A Y C1‐07 8" W X 4" H CORNER DELAMINATION AT PIER 3 FACE

C005 3 SPANDREL WALL ‐ A Y Y C1‐07 6" X 8" AND 2" X 12" SPALLS WITH EXPOSED BARS AT PIER 3 FACE

C006 3 PIER 3 EXTERIOR Y Y C1‐08 MEDIMUM WIDTH HORIZONTAL CRACKS ALONG ORIGINAL CONSTRUCTION JOINT RANDOMLY THROUGHOUT

C007 3 PIER 3 EXTERIOR Y C1‐10 13' HIGH CORNER DELAMINATION THAT RUNS UPWARD AT SE CORNER ABOVE ARCH RIB B ON EAST ELEVATION PIER 3

C008 3 PIER 3 EXTERIOR
Y Y Y Y

C1‐9

4' X 6' DELAMINATION ON PIER 3 WEST FACE BTWN RIBS A & B. 6' HIGH CORNER DELAMINATION ON COLUMN DETAIL ABOVE ARCH 
RIB A. 1‐1/2" DEEP, SOME AREAS WITHIN HAVE SPALLED, WITH EXPOSED BARS WITH UP TO 1/8" DIA LOSS TO BARS.  ALSO, 2' DIA 
AND 1' DIA DELAMINATIONS ADJACENT TO AREA.

C008 3 PIER 3 EXTERIOR

Y Y Y Y

C1‐12

4' X 6' DELAMINATION ON PIER 3 WEST FACE BTWN RIBS A & B. 6' HIGH CORNER DELAMINATION ON COLUMN DETAIL ABOVE ARCH 
RIB A. 1‐1/2" DEEP, SOME AREAS WITHIN HAVE SPALLED, WITH EXPOSED BARS WITH UP TO 1/8" DIA LOSS TO BARS.  ALSO, 2' DIA 
AND 1' DIA DELAMINATIONS ADJACENT TO AREA.

C008 3 PIER 3 EXTERIOR
Y Y Y Y

C1‐13

4' X 6' DELAMINATION ON PIER 3 WEST FACE BTWN RIBS A & B. 6' HIGH CORNER DELAMINATION ON COLUMN DETAIL ABOVE ARCH 
RIB A. 1‐1/2" DEEP, SOME AREAS WITHIN HAVE SPALLED, WITH EXPOSED BARS WITH UP TO 1/8" DIA LOSS TO BARS.  ALSO, 2' DIA 
AND 1' DIA DELAMINATIONS ADJACENT TO AREA.

C008 3 PIER 3 EXTERIOR

Y Y Y Y

C1‐14

4' X 6' DELAMINATION ON PIER 3 WEST FACE BTWN RIBS A & B. 6' HIGH CORNER DELAMINATION ON COLUMN DETAIL ABOVE ARCH 
RIB A. 1‐1/2" DEEP, SOME AREAS WITHIN HAVE SPALLED, WITH EXPOSED BARS WITH UP TO 1/8" DIA LOSS TO BARS.  ALSO, 2' DIA 
AND 1' DIA DELAMINATIONS ADJACENT TO AREA.

C009 3 SPANDREL ARCH ‐ B
Y Y

C1‐15
1' X 1' CORNER SPALL ON NE CORNER OF SPANDREL ARCH B WHERE IT MEETS PIER 3 WEST FACE.  ALSO, SEEPAGE ON SPANDREL 
PILASTER AT CONSTRUCTION JOINT.

C010 PIER 3 PIER 3 EXTERIOR
Y Y

C1‐17
HL WIDTH VERTICAL CRACKS EXTENDING 4 FT FROM DELAMINATION NOTED IN COMMENT C8. 2' X 3' HIGH DELAMINATION 5' BELOW 
SPANDREL ARCH, 3' NORTH OF ARCH RIB B.

C010 PIER 3 PIER 3 EXTERIOR
Y Y

C1‐18
HL WIDTH VERTICAL CRACKS EXTENDING 4 FT FROM DELAMINATION NOTED IN COMMENT C8. 2' X 3' HIGH DELAMINATION 5' BELOW 
SPANDREL ARCH, 3' NORTH OF ARCH RIB B.

Y YC011 PIER 3 PIER 3 EXTERIOR Y Y C1‐19 LARGE HONEYCOMBING, SEEPAGE AND EFFLORESCENCE BUILD UP.

C011 PIER 3 PIER 3 EXTERIOR Y Y C1‐21 LARGE HONEYCOMBING, SEEPAGE AND EFFLORESCENCE BUILD UP.

C011 PIER 3 PIER 3 EXTERIOR Y Y  C1‐22 LARGE HONEYCOMBING, SEEPAGE AND EFFLORESCENCE BUILD UP.

C012 PIER 3 PIER 3 EXTERIOR Y C1‐23 PIER 3 EAST WALL EXPOSED JOINT AT SOUTH SIDE OF ARCH RIB C. JOINT DETAIL BETWEEN ARCH RIBS B & C

C012 PIER 3 PIER 3 EXTERIOR Y C1‐24 PIER 3 EAST WALL EXPOSED JOINT AT SOUTH SIDE OF ARCH RIB C. JOINT DETAIL BETWEEN ARCH RIBS B & C

C012 PIER 3 PIER 3 EXTERIOR Y C1‐25 PIER 3 EAST WALL EXPOSED JOINT AT SOUTH SIDE OF ARCH RIB C. JOINT DETAIL BETWEEN ARCH RIBS B & C
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PHOTO 
LOOKING

DESCRIPTION/COMMENT

C012 PIER 3 PIER 3 EXTERIOR Y C1‐26 PIER 3 EAST WALL EXPOSED JOINT AT SOUTH SIDE OF ARCH RIB C. JOINT DETAIL BETWEEN ARCH RIBS B & C

C013 3 SPANDREL ARCH ‐ C Y C1‐28 TWO REBAR COMING OUT OF SPANDREL ARCH

C014 3 DECK SOFFIT Y C1‐29 TWO AREAS OF MULTIPLE EXPOSED REBAR, 1' EACH.  ALSO NOTE MINOR SPALLS

C015 3 SPANDREL COLUMN ‐ C Y C1‐30 MAJOR HONEYCOMBING WITH 8" OF EXPOSED REBAR. NO SECTION LOSS

C015 3 SPANDREL COLUMN ‐ C Y C1‐53 MAJOR HONEYCOMBING WITH 8" OF EXPOSED REBAR. NO SECTION LOSS

C015 3 SPANDREL COLUMN ‐ C Y C1‐54 MAJOR HONEYCOMBING WITH 8" OF EXPOSED REBAR. NO SECTION LOSS

C016 3 FLOORBEAM
Y

C1‐31 MEDIUM VERTICAL CRACK 4' OUT FROM ARCH RIB C ON WEST FACE, DOES NOT GO TO BOTTOM FACE. SIMILAR NEAR MIDSPAN

C016 3 FLOORBEAM
Y

C1‐32
AT FLOORBEAM 24, BTWN ARCH B & C, MEDIUM VERTICAL CRACK 4' OUT FROM ARCH RIB C ON WEST FACE, DOES NOT GO TO 
BOTTOM FACE. SIMILAR NEAR MIDSPAN

C017 3 FLOORBEAM Y C1 33 AT FLOORBEAM 26 BTWN ARCH B & C NARROW CRACK ALONG FLOORBEAM BOTTOM FACE NEAR 1/3 SPAN FROM THE SOUTHC017 3 FLOORBEAM Y C1‐33 AT FLOORBEAM 26 BTWN ARCH B & C, NARROW CRACK ALONG FLOORBEAM BOTTOM FACE NEAR 1/3 SPAN FROM THE SOUTH

C018 3 TYPICAL PHOTO Y C1‐34 TYPICAL 1/2"‐3/4" HONEYCOMBING AROUND TIGHT CORNERS OF FORMWORK

C018 3 TYPICAL PHOTO Y C1‐35 TYPICAL 1/2"‐3/4" HONEYCOMBING AROUND TIGHT CORNERS OF FORMWORK

C019 3 ARCH RIB B
Y Y

C1‐36
LARGE 8' X 2.5' SPALL ON ARCH RIB B NEAR EXPOSED JOINT, UP TO 1.5" DEEP.  HEAVY SEEPAGE IN CORNER, EFFLORESENCE BUILD UP 
(1" THICK). ALSO DELAMINATING IN THIS AREA.  EFFLORESENCE CRACKS ON END 3' OF SLAB/WALL

C019 3 ARCH RIB B
Y Y

C1‐37
LARGE 8' X 2.5' SPALL ON ARCH RIB B NEAR EXPOSED JOINT, UP TO 1.5" DEEP.  HEAVY SEEPAGE IN CORNER, EFFLORESENCE BUILD UP 
(1" THICK). ALSO DELAMINATING IN THIS AREA.  EFFLORESENCE CRACKS ON END 3' OF SLAB/WALL

C019 3 ARCH RIB B Y Y C1‐38 SMALL 1' DIAM SPALL ON EAST FACE OF PIER 3 WALL NEAR THE CORNER. 

C020 3 UTILITY C1‐39 BROKEN END UTILITY SUPPORT, ALMOST RUSTED THROUGH

C021 3 DECK SOFFIT Y C1‐40 SMALL DELAMINATION IN SLAB NEAR EXPOSED JOINT

C022 3 FLOORBEAM Y C1‐41 NARROW CRACK ON SIDES AND BOTTOM FACE NEAR MIDSPAN AT FLOORBEAM 24 BTWN A & B

C023 3 FLOORBEAM Y C1‐42 EAST FACE OF FB 25 BTWN A & B NEAR MIDSPAN, 18" SPALL

C024 3 FLOORBEAM
Y

C1‐43 BTWN A & B AT FB 25, MULTIPLE HAIRLINE CRACKS ON EAST & WEST FACES AND ACROSS BOTTOM FACE SPACED AT APPROX 8" C/C

C025 3 PIER 3 EXTERIOR Y Y C1‐44 HEAVY EFFLORESENCE IN CORNER WITH MINOR EXPOSED REBAR, MOSTLY AT CONST. JOINTS OF PIER 3 WALL AT RIB A

C025 3 PIER 3 EXTERIOR Y Y C1‐45 HEAVY EFFLORESENCE IN CORNER WITH MINOR EXPOSED REBAR, MOSTLY AT CONST. JOINTS OF PIER 3 WALL AT RIB A

C026 3 FLOORBEAM
Y

NO PHOTO
HAIRLINE CRACK NEAR MIDSPAN AT FB 27 BTWN ARCH A & B. ALSO 3' LONG HORIZONTAL HAIRLINE CRACK NEAR MIDSPAN ON WEST 
WEB

C027 3 FLOORBEAM Y Y NO PHOTO 2' LENGTH OF DELAMINATION AND EXPOSED REBAR ON RIB A DECK SLAB NEAR FB 27

C028 3 SPANDREL ARCH ‐ A
Y Y

C1‐46
UP TO 12" WIDE CORNER DELAMINATION AND SPALLS ON NW & SW CORNERS ON BOTTOM 5' OF ARCH, UP TO 3" DEEP WITH MINOR 
EXPOSED REBAR
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PHOTO 
LOOKING

DESCRIPTION/COMMENT

C028 3 SPANDREL ARCH ‐ A
Y Y

C1‐47
UP TO 12" WIDE CORNER DELAMINATION AND SPALLS ON NW & SW CORNERS ON BOTTOM 5' OF ARCH, UP TO 3" DEEP WITH MINOR 
EXPOSED REBAR

C028 3 SPANDREL ARCH ‐ A
Y Y

C1‐48
UP TO 12" WIDE CORNER DELAMINATION AND SPALLS ON NW & SW CORNERS ON BOTTOM 5' OF ARCH, UP TO 3" DEEP WITH MINOR 
EXPOSED REBAR

C029 3 SPANDREL ARCH ‐ A Y C1‐49 3'L X 4"H X 5"D CORNER DELAMINATION TO TOP OF ARCH UNDER FB 26

C030 3 LIGHT POLE PILASTER Y Y C1‐51 HEAVY SECTION LOSS TO LIGHT POLE PILASTER. DELAMS ON ALL SIDES OF PILASTER UP TO 1" DEEP

C030 3 LIGHT POLE PILASTER Y Y C1‐52 HEAVY SECTION LOSS TO LIGHT POLE PILASTER. DELAMS ON ALL SIDES OF PILASTER UP TO 1" DEEP

C031 3 FLOORBEAM Y Y Y C1‐52 SPALL WITH EXPOSED REBAR TO END 2' OF FLOORBEAM 22

C032 3 SPANDREL WALL ‐ C Y Y C1‐55 3/8" CRACK AT EXPOSED JOINT ALONG COLUMN AT FB 20

C032 3 SPANDREL WALL ‐ C Y Y C1‐56 3/8" CRACK AT EXPOSED JOINT ALONG COLUMN AT FB 20

C032 3 SPANDREL WALL C Y C1 57 DELAM AT BASE OF SPANDREL COLUMN ON SOUTH SIDEC032 3 SPANDREL WALL ‐ C Y C1‐57 DELAM AT BASE OF SPANDREL COLUMN ON SOUTH SIDE

C033 3 DECK SOFFIT Y Y Y C1‐58 A FEW SMALL ‐ MED SPALLS DUE TO POOR COVER ON ARCH RIB C BTWN FB 20‐21. A LARGE DELAM IN THIS AREA TOO

C034 3 DECK SOFFIT Y Y Y NO PHOTO MULTIPLE EXPOSED REBAR DUE TO POOR COVER IN SLAB BTWN ARCH B & C AND FB 17 & 18

C035 3 FLOORBEAM Y Y C1‐59 2 DELAMS (2.5" DEEP) 6" X 12" X 8" DIAMETER AT FB 20 BTWN B & C. NARROW CRACK ON WEST FACE

C036 3 FLOORBEAM Y C1‐60 CORNER SPALL/DELAM (1" DEEP) AT EDGE OF EXPOSED JOINT

C037 3 DECK SOFFIT Y Y C1‐61 MINOR LONGITUDINAL SPALLS/DELAMS DUE TO INSUFFICIENT COVER

C037 3 DECK SOFFIT Y Y C1‐62 MINOR LONGITUDINAL SPALLS/DELAMS DUE TO INSUFFICIENT COVER

C038 3 FLOORBEAM Y C1‐63 HONEYCOMBING ALONG EAST FACE OF FB 22 BETWEEN ARCH RIBS B & C

C039 3 FLOORBEAM Y C1‐64 DEEP HONEYCOMBING AT FB 21 PILASTER OF ARCH RIB B, NORTH FACE

C040 3 SPANDREL ARCH ‐ B Y Y C1‐65 2 SMALL SPALLS DUE TO INSUFFICIENT COVER

C041 3 DECK SOFFIT Y C1‐66 2' X 8" DELAM ON DECK BTWN FB 20 & 21 AND ARCH RIB A & B

C042 3 FLOORBEAM Y C1‐67 NARROW CRACK  ON WEST FACE OF FB BTWN ARCH A & B

C043 3 FLOORBEAM Y C1‐69 12.5" DIAGONAL CRACK AT FB 22  BTWN ARCH A & B

C044 3 FLOORBEAM Y C1‐70 3" DIAGONAL CRACK AT FB 23 BTWN ARCH A & B

C044 3 FLOORBEAM Y C1‐71 DIAGONAL CRACK AT FB 23 BTWN ARCH A & B

C045 3 SPANDREL WALL ‐ B Y C1‐68 TYPICAL SMALL SPALL IN RANDOM LOCATIONS OF SPANDREL WALLC045 3 SPANDREL WALL   B C1 68 TYPICAL SMALL SPALL IN RANDOM LOCATIONS OF SPANDREL WALL

C046 3 DECK SOFFIT Y Y C1‐72 LONG DELAM ON UNDERSIDE OF DECK. DIAGONAL CRACK ON EAST FACE OF FB 23

C047 3 FLOORBEAM Y C1‐73 NARROW CRACKS ACROSS BOTTOM FACE, SOME EXTEND HALFWAY UP WEB OF FB 23

C048 3 FLOORBEAM Y C1‐74 VERTICAL CRACKS NEAR MIDSPAN OF FB 24 BTWN ARCH A & B

C049 3 DECK SOFFIT Y Y C1‐75 3" DEEP, 8" X 2" SPALL WITH BOTH LAYERS OF REBAR EXPOSED

C049 3 DECK SOFFIT Y Y C1‐76 3" DEEP, 8" X 2" SPALL WITH BOTH LAYERS OF REBAR EXPOSED
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DESCRIPTION/COMMENT

C050 3 UTILITY C1‐77 BROKEN UTILITY LINE AT FB 24 BTWN ARCH A & B

C051 3 FLOORBEAM Y C1‐78 FLOORBEAM 22 BTWN A&B ‐ 2'X6" CORNER DELAMINATION ON FLOORBEAM W FACE NEAR A

C052 3 SPANDREL WALL ‐ A Y C1‐79 CORNER SPALL/DELAM (1" DEEP) AT EDGE OF EXPOSED JOINT

C053 3 FLOORBEAM Y Y Y Y Y C1‐81 NARROW VERTICAL CRACK AT 1/4 PT OF FLOORBEAM 20. ALSO, 2' X 1' DELAMINATION IN CORNER

C054 3 SPANDREL WALL ‐ A Y C1‐82 BTWN FLOORBEAMS 20 & 21, HONEYCOMBING AND PIECE OF WOOD EMBEDDED IN WALL

C055 3 SPANDREL WALL ‐ A Y C1‐83 10" DIA DELAMINATION ON WEST FACE OF SPANDREL COLUMN AT FLOORBEAM 20, NORTH SIDE OF SPANDREL WALL A

C056 3 SPANDREL ARCH ‐ A Y Y C1‐84 5' DELAMINATION & 1' DIA SPALL WITH EXPOSED BAR ON SPANDREL ARCH SOFFIT.

C057 3 SIDEWALK OVERHANG Y Y C1‐85 1' SPALL WITH EXPOSED BAR BTWN FLOORBEAMS 22 & 23, SOUTH OVERHANG

C058 3 SIDEWALK OVERHANG
Y

C1‐86 3' MEDIUM DIAGONAL CRACK FROM SPANDREL ARCH WALL A DOWN SIDE OF SIDEWALK CANTILEVER SUPPORT AT FLOORBEAM 22

C059 3 SPANDREL ARCH ‐ A Y C1‐87 SEEPAGE FROM CONST JT BTWN FLOORBEAMS 22 & 23 ON SOUTH FACE OF SPANDREL ARCH WALL A

C060 3 SIDEWALK OVERHANG

Y

C1‐88 MULTIPLE CRACKS, DIAGONAL AND HORIZONAL, ALONG TOP OF FLOORBEAM 21 SIDEWALK CANTILEVER, SOUTH SIDE OF BRIDGE

C060 3 SIDEWALK OVERHANG

Y

C1‐90 MULTIPLE CRACKS, DIAGONAL AND HORIZONAL, ALONG TOP OF FLOORBEAM 21 SIDEWALK CANTILEVER, SOUTH SIDE OF BRIDGE

C061 3 SPANDREL ARCH ‐ A Y Y Y C1‐89 2' SPALL WITH EXPOSED BAR, 1/16" SECTION LOSS, BTWN FLOORBEAMS 21 AND 22

C062 3 SIDEWALK OVERHANG Y C1‐91 1' X 2.5' DELAMINATION ON SIDEWALK CANTILEVER BRACKET, WEST FACE, AT FLOORBEAM 21

C063 3 SIDEWALK OVERHANG Y Y C1‐92 DIAGONAL CRACK AND DELAMINATION (4' X 1') ON E FACE OF FLOORBEAM 21 CANTILEVER, AT SPANDREL ARCH WALL A

C064 3 SPANDREL COLUMN ‐ A Y Y Y Y C1‐93 1.5' LONG SPALL AND ADJACENT DELAMINATIONS.  EXPOSED BAR WITH 1/8" SECTION LOSS ESTIMATED

C064 3 SPANDREL COLUMN ‐ A Y Y Y Y C1‐94 1.5' LONG SPALL AND ADJACENT DELAMINATIONS.  EXPOSED BAR WITH 1/8" SECTION LOSS ESTIMATED

C065 3 SIDEWALK OVERHANG Y Y Y C1‐95 1' LONG CORNER SPALL ON EDGE OF DECK OVERHANG.  EXPOSED BAR WITH 1/16" SECTION LOSS ESTIMATED

C100 3 SIDEWALK OVERHANG Y C2‐01 8" DIA DELAMINATION ON EAST FACE FLOORBEAM CANTILEVER 20 ALONG SOUTH SIDE OF BRIDGE.

C101 3 SIDEWALK OVERHANG
Y Y Y Y

C2‐03
1.5 ' WIDE SPALL WITH 3 EXPOSED REBAR WITH UP TO 70% SECTION LOSS TO BARS BY AREA. BTWN FLOORBEAMS 18 & 19.  SPALL 
ALONG EDGE OF DECK. A 2' X 8" DELAMINATED AREA IS ADJACENT.

C102 3 SPANDREL WALL ‐ A Y C2‐02 1' X 6" DELAMINATION IN WALL UNDER FLOORBEAM 18 IN S FACE OF WALLC102 3 SPANDREL WALL ‐ A Y C2‐02 1  X 6  DELAMINATION IN WALL UNDER FLOORBEAM 18 IN S FACE OF WALL

C103 3 SIDEWALK OVERHANG Y C2‐04 W FACE OF FLOORBEAM CANTILEVER 18 UNDER SIDEWALK OVERHANG ‐ 1' X 8" DELAMINATED AREA

C104 3 SIDEWALK OVERHANG Y C2‐05 E FACE OF FLOORBEAM CANTILVER 18 UNDER SIDEWALK OVERHANGE ‐ (2) 6" DIA DELAMINATED AREAS

C105 3 SPANDREL WALL ‐ A Y C2‐06 BTWN FLOORBEAMS 16 AND 17 IN S FACE OF WALL ‐ 1.5' X 6" DELAMINATED AREA JUST ABOVE ARCH

C106 3 SIDEWALK OVERHANG
Y Y

C2‐07
AT FLOORBEAM CANTILEVER 17 UNDER S SIDEWALK OVERHANG ‐ 1.5' X 8" DELAMINATED AREA WITH SURROUNDING NARROW 
CRACKS IN AN IRREGULAR PATTERN
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C106 3 SIDEWALK OVERHANG
Y Y

C2‐08
AT FLOORBEAM CANTILEVER 17 UNDER S SIDEWALK OVERHANG ‐ 1.5' X 8" DELAMINATED AREA WITH SURROUNDING NARROW 
CRACKS IN AN IRREGULAR PATTERN

C107 3 SIDEWALK OVERHANG Y Y C2‐09 BTWN FLOORBEAMS 15 AND 16 ON SOUTH OVERHANG ‐ 1' DIA DELAMINATED AREA WITH TRANSVERSE NARROW CRACK

C108 3 SIDEWALK OVERHANG Y C2‐10 AT FLOORBEAM CANTILEVER 16 E FACE ON S OVERHANG ‐ 8" DIA DELAMINATED AREA

C109 3 SIDEWALK OVERHANG
Y Y Y

C2‐11 AT FLOORBEAM CANTILEVER 13 W FACE ON S OVERHANG ‐ 1' X 8" DELAMINATED AREA WITH DIAGONAL CRACK AND RUST STAINING

C110 3 SIDEWALK OVERHANG
Y

C2‐12
S OVERHANG BTWN FLOORBEAMS 13 & 14 ON DECK SOFFIT ‐ TRANSVERSE NARROW CRACKS ACROSS ENTIRE WIDTH BTWN 
FLOORBEAMS

C111 3 SIDEWALK OVERHANG
Y Y Y

C2‐13
S OVERHANG BTWN FLOORBEAMS 12 & 13 ON DECK SOFFIT ‐ 2'X1' SPALL WITH EXPOSED BAR ‐ APPROX 1/16" SECTION LOSS TO 
DIAMETER OF BAR

Y Y Y S OVERHANG ON FLOORBEAM CANTILEVER 12 W FACE ‐ (2) SPALLS WITH EXPOSED BARS WITH APPROX 1/8" SECTION LOSS TO 
C112 3 SIDEWALK OVERHANG

Y Y Y
C2‐14 DIAMETER OF BAR

C113 3 SPANDREL WALL ‐ A
Y Y

C2‐15 S FACE OF WALL BTWN FLOORBEAMS 12 & 13 ‐ 1.5'X7" DELAMINATION AT AREA EXHIBITING SEEPAGE AND LEAKAGE FROM ABOVE

C114 3 SIDEWALK OVERHANG
Y Y Y Y

C2‐16
S OVERHANG ON FLOORBEAM CANTILEVER 11 ‐ 8" DIA SPALL WITH EXPOSED BAR WITH APPROX 1/16" SECTION LOSS TO DIA OF BAR.  
ALSO, TRANSVERSE NARROW CRACKS

C115 3 SIDEWALK OVERHANG
Y Y Y Y

C2‐17
S OVERHANG AT END OF FLOORBEAM CANTILEVER 11 IN DECK SOFFIT ‐ 6" LONG SPALL WITH EXPOSED BAR, 1/16" SECTION LOSS 
MAX.  ALSO, ADJACENT SMALL DELAMINATION

C116 3 SIDEWALK OVERHANG Y C2‐18 S OVERHANG IN DECK SOFFIT BTWN FLOORBEAM CANTILEVERS 10 & 11 ‐ TYPICAL NARROW CRACK IN DECK SOFFIT

C117 3 SIDEWALK OVERHANG Y C2‐18 S OVERHANG IN FLOORBEAM CANTILEVER 10 W FACE ‐ 1.5' X 9" DELAMINATION

C118 3 SPANDREL WALL ‐ A Y C2‐19 S FACE, BELOW FLOORBEAM CANTILEVER 10 ‐ 2'‐8" X 16" DELAMINATED AREA

C119 3 SIDEWALK OVERHANG
Y Y Y

C2‐20 S OVERHANG, FLOORBEAM CANTILEVER 10, E FACE ‐ 12" LONG SPALL WITH EXPOSED BAR WITH 1/16" SECTION LOSS TO DIA OF BAR

C120 3 SPANDREL ARCH ‐ A
Y

C2‐21 S FACE, BELOW FLOORBEAM CANTILEVER 9 ‐ TRANSVERS HAIRLINE CRACKS SPACED 8" O.C. ‐ PATTERN SUGGEST SHRINKAGE CRACKS

C121 3 SIDEWALK OVERHANG

Y Y

C2 22
S OVERHANG AT FLOORBEAM CANTILEVER 8, W FACE ‐ EVIDENCE OF SEEPAGE THOUGH JOINT AND 6" DIA DELAMINATED AREA AT 
END OF CANTILEVERC121 3 SIDEWALK OVERHANG C2‐22 END OF CANTILEVER

C122 3 SPANDREL WALL ‐ A Y C2‐23 S FACE BELOW FLOORBEAM CANTILVER 9 ‐ 16" X 5" DELAMINATED AREA

C123 3 FLOORBEAM
Y

C2‐27 FLOORBEAM 16 BTWN B&C ‐ MEDIUM VERTICAL CRACK ON W FACE.  DOES NOT EXTEND ACROSS BOTTOM FACE OF FLOORBEAM

C124 3 FLOORBEAM
Y Y

C2‐28
FLOORBEAM 17 BTWN B&C ‐ 3 SMALL SPALLS WITH EXPOSED BAR (VERY SHALLOW COVER).  MAX LENGTH EXPOSED 8".  NO SECTION 
LOSS

C125 3 DECK SOFFIT Y Y C2‐29 BTWN FLOORBEAMS 17 & 18 ‐EXPOSED BAR DUE TO INSUFFICIENT COVER, NO SECTION LOSS, NEAR RIB B

Page 5 of 26



   LATAH CREEK BRIDGE ‐ FIELD NOTES

ID S# COMPONENT /LOCATION

SP
A
LL

D
EL
A
M
IN
A
TI
O
N

EF
FL
O
RE

SC
EN

CE

PA
TC

H

H
O
N
EY
CO

M
B

SC
A
LI
N
G

JO
IN
T 
LE
A
KA

G
E

EX
PO

SE
D
 B
A
R

SE
CT

IO
N
 L
O
SS

RU
ST
 S
TA

IN

H
A
IR
LI
N
N
E 
CR

A
CK

N
A
RR

O
W
 C
RA

CK

M
ED

IU
M
 C
RA

CK

W
ID
E 
CR

A
CK

PHOTO(S)
PHOTO 
LOOKING

DESCRIPTION/COMMENT

C126 3 DECK SOFFIT Y Y C2‐30 BTWN FLOORBEAMS 17 & 18 ‐ EXPOSED BARS DUE TO INSUFFICIENT COVER, NO SECTION LOSS, NEAR RIB C

C127 3 FLOORBEAM Y Y C2‐31 FLOORBEAM 16 BTWN B& C, NEAR C, E FACE ‐ 6" LENGTH OF BAR EXPOSED, INSUFFICIENT COVER, NO SECTION LOSS

C128 3 FLOORBEAM Y C2‐32 FLOORBEAM 16 BTWN B&C ‐ VERTICAL NARROW CRACK AT MIDSPAN

C129 3 SPANDREL WALL ‐ B Y C2‐33 BELOW FLOORBEAM 15 IN PILASTER, N FACE ‐ 1‐1/2" DEEP HONEYCOMBING

C130 3 DECK SOFFIT
Y Y Y Y

C2‐34
IN SOFFIT BTWN FLOORBEAMS 13 & 14 AND SPANDREL WALLS B&C AT C ‐ 1' LENGTH OF EXPOSED REBAR, 1/16" SECTION LOSS TO 
DIA OF BAR, 4' X 6" DELAMINATED AREA ADJACENT, INSUFFICIENT COVER

C131 3 DECK SOFFIT
Y Y

C2‐35
IN SOFFIT BTWN FLOORBEAMS 13 & 14 AND SPANDREL WALLS B&C AT B ‐ 3 EXPOSED BARS WITH < 1/16" SECTION LOSS TO 
DIAMETER, NO COVER

C132 3 FLOORBEAM Y C2‐36 FLOORBEAM 12, W FACE, BTWN B&C, 1/3 PT OF SPAN FROM B ‐ 4" LENGTH OF EXPOSED BAR, NO COVER

Y FLOORBEAM 12, W FACE, BTWN B&C, MIDSPAN ‐ VERTICAL NARROW CRACK THAT ALSO WRAPS AROUND BOTTOM FACE OF 
C133 3 FLOORBEAM

Y
C2‐37

F OOR AM , W FAC , TWN &C, MI SPAN V RTICA NARROW CRACK THAT A SO WRAPS AROUN OTTOM FAC OF
FLOORBEAM ACROSS HALF OF WIDTH

C133 3 FLOORBEAM
Y

C2‐38
FLOORBEAM 12, W FACE, BTWN B&C, MIDSPAN ‐ VERTICAL NARROW CRACK THAT ALSO WRAPS AROUND BOTTOM FACE OF 
FLOORBEAM ACROSS HALF OF WIDTH

C134 3 FLOORBEAM Y C2‐39 FLOORBEAM 12, E FACE, BTWN B&C, MIDSPAN ‐ VERTICAL NARROW CRACK

C135 3 SPANDREL ARCH ‐ A Y Y Y C2‐40 BELOW FLOORBEAM 8 ‐ 1' SE CORNER SPALL, 4' H AND 1' EXPOSED BAR AND DELAMINATED AREA ADJACENT

C135 3 SPANDREL ARCH ‐ A Y Y Y C2‐41 BELOW FLOORBEAM 8 ‐ 1' SE CORNER SPALL, 4' H AND 1' EXPOSED BAR AND DELAMINATED AREA ADJACENT

C136 3 SPANDREL COLUMN ‐ A Y Y Y C2‐42 IN COLUMN 8 ‐ 5' TALL SPALL WITH EXPOSED BAR, MAX 100% LOSS TO BAR DIAM, 2 LAYERS EXPOSED

C136 3 SPANDREL COLUMN ‐ A Y Y Y C2‐44 IN COLUMN 8 ‐ 5' TALL SPALL WITH EXPOSED BAR, MAX 100% LOSS TO BAR DIAM, 2 LAYERS EXPOSED

C136 3 SPANDREL COLUMN ‐ A Y Y Y C2‐45 IN COLUMN 8 ‐ 5' TALL SPALL WITH EXPOSED BAR, MAX 100% LOSS TO BAR DIAM, 2 LAYERS EXPOSED

C136 3 SPANDREL COLUMN ‐ A Y Y Y C2‐46 IN COLUMN 8, S FACE ‐ 5' TALL SPALL WITH EXPOSED BAR, MAX 100% LOSS TO BAR DIAM, 2 LAYERS EXPOSED

C137 3 SPANDREL COLUMN ‐ A Y C2‐43 OVER SPANDREL COL 8 ‐ EVIDENCE OF WATER LEAKAGE, CONTRIBUTING TO DEFICIENCIES AT C135 & C136

C138 3 SIDEWALK OVERHANG Y C2‐47 S OVERHANG, FLOORBEAM CANTILEVER 7, W FACE ‐ 1.5'X1' DELAMINATION

C139 3 SPANDREL COLUMN ‐ A Y Y C2‐48 ADJACENT TO SPANDREL COL 8 ‐ MULTIPLE CRACKS ALL AROUND EXPANSION JOINT PATCHING MATERIAL

C140 3 SIDEWALK OVERHANG

Y Y Y Y

C2‐49
S OVERHANG IN SOFFIT BTWN FLOORBEAM CANTILEVERS 6&7 ‐ 4'X8" DELAMINATED AREA.  TRANSVERSE NARROW DECK CRACK 
FROM EDGE TO SPANDREL ARCH A. 4" EXPOSED BAR ON CANTILEVER 6 WITH 1/16" SECTION LOSS TO BAR DIAMETERC140 3 SIDEWALK OVERHANG C2 49 FROM EDGE TO SPANDREL ARCH A.  4  EXPOSED BAR ON CANTILEVER 6 WITH 1/16  SECTION LOSS TO BAR DIAMETER

C141 3 SIDEWALK OVERHANG

Y

C2‐50 S OVERHANG, FLOORBEAM CANTILEVER 7, E FACE ‐ 3" L EXPOSED BAR WITH NO SIGNIFICANT LOSS.  DUE TO INSUFFICIENT COVER

C142 3 SIDEWALK OVERHANG
Y Y

C2‐52
S OVERHANG, FLOORBEAM CANTILEVER 5, W FACE ‐ DIAGONAL CRACK WITH EFFLORESCENCE AND MULTIPLE NARROW CRACKS 
AROUND CJ
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C143 3 SIDEWALK OVERHANG
Y

C2‐53
S OVERHANG, FLOORBEAM CANTILEVER 4, W FACE ‐ (2) DELAMINATED AREAS BOTH 4" DIA AND A 8" DIA DELAMINATED AREA ON 
SOFFIT BTWN CANTILEVERS 4 & 5

C144 3 SPANDREL ARCH ‐ A Y C2‐54 ABOVE SPANDREL COLUMN 4, W FACE ‐ MULTIPLE DELAMINATED AREAS 4' DIA AND 4' H X 4" W 

C144 3 SPANDREL ARCH ‐ A Y C2‐55 ABOVE SPANDREL COLUMN 4, W FACE ‐ MULTIPLE DELAMINATED AREAS 4' DIA AND 4' H X 4" W 

C144 3 SPANDREL ARCH ‐ A Y C2‐58 ABOVE SPANDREL COLUMN 4, W FACE ‐ MULTIPLE DELAMINATED AREAS 4' DIA AND 4' H X 4" W 

C144 3 SPANDREL ARCH ‐ A Y C2‐59 ABOVE SPANDREL COLUMN 4, W FACE ‐ MULTIPLE DELAMINATED AREAS 4' DIA AND 4' H X 4" W 

C145 3 SPANDREL COLUMN ‐ A Y C2‐56 SPANDREL COLUMN 4, W FACE ‐ 3'X5' DELAMINATED AREA

C146 3 LIGHT POLE PILASTER Y Y Y C2‐57 SIGNIFCANT DETERIORATION OF LIGHT POLE SUPPORT BRACKET.  LOOSE CONCRETE.  RECOMMEND REMOVAL

C200 PIER 1 RAILING/BARRIER Y C3‐01 NORTH RAIL, RAIL CAP CONTAINMENT CONCRETE BROKEN ON BOTH SIDES (E&W) OF RAIL

C201
EAST 

ABUTMENT RAILING/BARRIER C3 02 NE BRIDGE MARKERC201 ABUTMENT RAILING/BARRIER C3‐02 NE BRIDGE MARKER

C202 TYPICAL PHOTO C3‐03 W TYPICAL ENDVIEW

C202 TYPICAL PHOTO C3‐04 W TYPICAL ENDVIEW

C202 TYPICAL PHOTO C3‐05 W TYPICAL ENDVIEW

C203
EAST 

ABUTMENT RAILING/BARRIER C3‐06 SE BRIDGE MARKER

C204 3 RAILING/BARRIER
Y Y Y

C3‐07 NORTH SIDE RAIL ‐ 1' SPALL WITH EXPOSED REBAR, NO SECTION LOSS.  ADJACENT DELAMINATED AREA (1'X1') AT BASE OF RAIL

C205 PIER 2 SPANDREL ARCH ‐ D Y Y Y C3‐08 SE AT W FACE OF PIER 2 ‐ 4'H X 1.5' W CORNER SPALL WITH EXPOSED BAR WITH UP TO 50% SECTION LOSS

C206 PIER 2 PIER 2 EXTERIOR Y Y C3‐09 E WEST FACE BWTN SPANDREL ARCHS C&D ‐ HEAVY EFFLORESCENCE ALONG HORIZONTAL CRACK

C207 PIER 2 PIER 2 EXTERIOR

Y Y Y Y

C3‐10 E

ADJACENT TO RIB D SPANDREL ARCH, MULTIPLE DELAMINATIONS AND SPALLS ON PIER 2 W FACE: 6'W X 4' H (AND HAS A SMALL 
SPALL WITH 4" EXPOSED BAR WITH 75% SECTION LOSS), 5'W X 4' H AND A 3'H X 1' W CORNER SPALL WITH EXPOSED BAR WITH 75% 
SECTION LOSS

C208 PIER 2 PIER 2 EXTERIOR Y Y C3‐11 E WEST FACE BTWN SPANDREL ARCHES C&D ‐ SEEPAGE AT EXPANSION JOINT, DIAGONAL CRACKS IN UPPER NORTH CORNER

C209 PIER 2 SPANDREL ARCH ‐ C
Y Y Y

C3‐12 SE
PIER 2 W FACE ‐ WIDE DIAGONAL CRACK RUNNING FROM EXPANSION JOINT BEHIND SPANDREL ARCH WALL ACROSS PILASTER.  
ALSO, EXPOSED BAR IN HONEYCOMBED AREA, NO SECTION LOSS TO BAR

C210 PIER 2 UTILITY
Y Y

C3‐13 S
PIER 2 W FACE ‐ VERTICAL/DIAGONAL CRACK FROM DECK TO UPPER SOUR CORNER OF UTILITY CUTOUT.  3" LENGTH OF EXPOSED 
BAR IN UTILITY CUTTOUT SOFFIT

C210 PIER 2 UTILITY
Y Y

C3‐14 S
PIER 2 W FACE ‐ VERTICAL/DIAGONAL CRACK FROM DECK TO UPPER SOUR CORNER OF UTILITY CUTOUT.  3" LENGTH OF EXPOSED 
BAR IN UTILITY CUTTOUT SOFFIT

C211 PIER 2 PIER 2 EXTERIOR Y C3‐17 E WEST FACE ‐ 5'X4' DELAMINATION

C212 PIER 2 PIER 2 EXTERIOR Y Y C3‐18 S WEST FACE AT SPANDREL ARCH A ‐ LARGE SPALL/PATCH AREA MEASURING 6'X2'

Page 7 of 26



   LATAH CREEK BRIDGE ‐ FIELD NOTES

ID S# COMPONENT /LOCATION

SP
A
LL

D
EL
A
M
IN
A
TI
O
N

EF
FL
O
RE

SC
EN

CE

PA
TC

H

H
O
N
EY
CO

M
B

SC
A
LI
N
G

JO
IN
T 
LE
A
KA

G
E

EX
PO

SE
D
 B
A
R

SE
CT

IO
N
 L
O
SS

RU
ST
 S
TA

IN

H
A
IR
LI
N
N
E 
CR

A
CK

N
A
RR

O
W
 C
RA

CK

M
ED

IU
M
 C
RA

CK

W
ID
E 
CR

A
CK

PHOTO(S)
PHOTO 
LOOKING

DESCRIPTION/COMMENT

C213 3 SIDEWALK OVERHANG
Y Y Y

C3‐19 S
N SIDEWALK OVERHANG, AT FLOORBEAM CANTILEVER 2 ‐ 1' DIA SPALL WITH EXPOSED BAR WITH 1/16" SECTION LOSS.  DUE TO 
INSUFFICIENT COVER

C214 3 SIDEWALK OVERHANG
Y Y Y

C3‐20 SW
N SIDEWALK OVERHANG, IN DECK SOFFIT BTWN CANTILVERS 2 & 3 ‐ 1.5' LONG EXPOSED BAR WITH 1/16" SECTION LOSS.  DUE TO 
INSUFFICIENT COVER

C215 3 UTILITY C3‐21 W WATER MAIN TYPICAL CONFIGURATION ON N SIDE OF BRIDGE

C216 3 DECK SOFFIT Y Y C3‐22 W BTWN C&D AT FLOORBEAM 4 ‐ 2 SMALL SPALLS/POPOUTS WITH EXPOSED BAR.  NO SIGNIFICANT SECTION LOSS

C217 3 SPANDREL ARCH ‐ D Y C3‐23 NW S FACE AT FLOORBEAM 4 ‐ MULTIPLE AREAS OF HONEYCOMBING TYPICAL THROUGHOUT

C218 3 DECK SOFFIT C3‐24 NE DECK SOFFIT AT D BTWN FLOORBEAMS 1&2 ‐ 1' EXPOSED BAR, NO SIGNIFICANT SECTION LOSS.  DUE TO SHALLOW COVER

Y Y Y Y Y N FACE AT COLUMN 4 ‐ 3.5' EXPOSED BAR, SPALL AND DELAMINATED AREA.  70% SECTION LOSS TO BAR. ALSO OLD FAILED PATCH IN 
C219 3 SPANDREL ARCH ‐ D

Y Y Y Y Y
C3‐25 S

, %
AREA

C219 3 SPANDREL ARCH ‐ D
Y Y Y Y Y

C3‐26 S
N FACE AT COLUMN 4 ‐ 3.5' EXPOSED BAR, SPALL AND DELAMINATED AREA.  70% SECTION LOSS TO BAR. ALSO OLD FAILED PATCH IN 
AREA

C220 3 BEAM Y C3‐27 BEAM BTWN SPANDREL ARCHES C&D UNDER FLOORBEAM 5 ‐ SEVERE HONEYCOMBING

C221 3 BEAM Y C3‐28 SE BEAM BTWN SPANDREL ARCHES C&D UNDER FLOORBEAM 5 ‐ 4" LONG EXPOSED BAR, NO COVER

C222 3 FLOORBEAM
Y

C3‐29 TYPICAL CONDITION AT FLOORBEAMS AT C BTWN FLOORBEAM LINES 3 AND 7 ‐ DIAGONAL CRACK AT FACE OF SUPPORT IS TYPICAL

C222 3 FLOORBEAM
Y

C3‐30 TYPICAL CONDITION AT FLOORBEAMS AT C BTWN FLOORBEAM LINES 3 AND 7 ‐ DIAGONAL CRACK AT FACE OF SUPPORT IS TYPICAL

C223 3 LIGHT POLE PILASTER
Y Y Y Y

C3‐31 N SPANDREL ARCH D AT FLOORBEAM 6 ‐ SPALL, DELAMINATION, SECTION LOSS, EFFLORESCENCE TO SUPPORT BRACKET

C224 3 FLOORBEAM
Y Y Y Y

C3‐32 N FLOORBEAM 7 BTWN C&D, NEAR D ‐ SPALL, DELAMINATION AND EXPOSED BAR WITH SECTION LOSS (70%), 7' LENGTH AFFECTED

C224 3 FLOORBEAM
Y Y Y Y

C3‐33 N FLOORBEAM 7 BTWN C&D, NEAR D ‐ SPALL, DELAMINATION AND EXPOSED BAR WITH SECTION LOSS (70%), 7' LENGTH AFFECTED

YC225 3 SPANDREL COLUMN ‐ D Y C3‐34 NW BELOW FLOORBEAM 8, S FACE ‐ 5'X1' CORNER DELAMINATION

C226 3 FLOORBEAM Y C3‐35 W FLOORBEAM 8 BTWN C&D ‐ 4' DELAMINATION ON FULL WIDTH OF BOTTOM FACE

C227 3 SPANDREL COLUMN ‐ C Y C3‐36 SE BELOW FLOORBEAM 4, NW CORNER ‐ 3'H X 6" W CORNER DELAMINATION

C228 3 SPANDREL ARCH ‐ D
Y Y Y

C3‐38
BOTH FACES OF SPANDREL WALL D, BTWN F/Bs 7 AND 8, N FACE HAS EXPOSED REBAR WITH UP TO 1/8" LOSS IN 6' LONG SPALL.  S 
FACE 6' LONG DELAMINATION WITH SMALL SPALLS.  NOTE HONEYCOMBING PATCHES.
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C228 3 SPANDREL ARCH ‐ D
Y Y Y

C3‐39
BOTH FACES OF SPANDREL WALL D, BTWN F/Bs 7 AND 8, N FACE HAS EXPOSED REBAR WITH UP TO 1/8" LOSS IN 6' LONG SPALL.  S 
FACE 6' LONG DELAMINATION WITH SMALL SPALLS.  NOTE HONEYCOMBING PATCHES.

C229 3 SPANDREL ARCH ‐ D Y Y C3‐37 UNDER FLOORBEAM 5, RANDOM HONEYCOMBING WITH EXPOSED REBAR, 2 SQ FT

C230 3 SPANDREL ARCH ‐ D Y C3‐40 AT SPANDREL COLUMN 8, N FACE ‐ 2 CRACKS EXTENDING FROM EXP JT AT COLUMN

C231 3 SPANDREL ARCH ‐ D Y C3‐41 HEAVY LEAKAGE AT EXPANSION JT AT FLOORBEAM 8

C232 3 SPANDREL ARCH ‐ D Y C3‐42 UP TO 3/4" SEPARATION AT EXPANSION JOINT JUST ABOVE ARCH D MAIN RIB

C233 3 SPANDREL ARCH ‐ D
Y Y Y Y

C3‐43
BTWN FLOORBEAMS 8&9, N FACE ‐ MULTIPLE DELAMINATED AREAS AND SPALLS WITH EXPOSED REBAR WITH UP TO 1/16" LOSS TO 
BAR DIAMETER

C233 3 SPANDREL ARCH ‐ D
Y Y Y Y

C3‐46
BTWN FLOORBEAMS 8&9, N FACE ‐ MULTIPLE DELAMINATED AREAS AND SPALLS WITH EXPOSED REBAR WITH UP TO 1/16" LOSS TO 
BAR DIAMETER

C233 3 SPANDREL ARCH ‐ D
Y Y Y Y

C3‐48
BTWN FLOORBEAMS 8&9, N FACE ‐ MULTIPLE DELAMINATED AREAS AND SPALLS WITH EXPOSED REBAR WITH UP TO 1/16" LOSS TO 
BAR DIAMETER

C233 3 SPANDREL ARCH ‐ D
Y Y Y Y

C3‐49
BTWN FLOORBEAMS 8&9, N FACE ‐ MULTIPLE DELAMINATED AREAS AND SPALLS WITH EXPOSED REBAR WITH UP TO 1/16" LOSS TO 
BAR DIAMETER

C234 3 SPANDREL ARCH ‐ D Y C3‐44 N FACE AT COLUMN 8 ‐ 7'H X 6" W CORNER DELAMINATION

C235 3 SPANDREL ARCH ‐ D
Y Y Y Y

C3‐45
N FACE AT COLUMN 8 ‐ 4'H X 4" W CORNER SPALL WITH EXPOSED BAR WITH 1/16" SECTION LOSS TO BAR DIA.  ALSO NARROW CRACK 
EMINATING FROM TOP OF SPALL

C236 3 SIDEWALK OVERHANG Y C3‐47 N OVERHANG AT FLOORBEAM CANTILEVER 8 ‐ WIDE CRACK EXTENDING THROUGH DECK AND CANTILEVER AT DECK JOINT

C237 3 SIDEWALK OVERHANG Y C3‐50 N OVERHANG BTWN 8 & 9 ‐ 1 SQ FT DELAMINATION IN DECK SOFFIT

C238 3 SIDEWALK OVERHANG Y C3‐52 N OVERHANG AT FLOORBEAM CANTILEVER 11 ‐ VERY COMMON TRANSVERSE NARROW CRACKS IN DECK SOFFIT

C239 3 SIDEWALK OVERHANG Y Y C3‐51 N OVERHANG AT FLOORBEAM CANTILEVER 9 ‐ 8" EXPOSED BAR WITH NO SECTION LOSS IN DECK SOFFIT ON W SIDE OF FB 9

C240 3 SIDEWALK OVERHANG Y C3‐57 N OVERHANGE AT FB CANTILEVER 10, W FACE ‐ 6" DIA DELAMINATED AREA

C241 3 SIDEWALK OVERHANG Y Y C3‐58 N OVERHANGE AT FB CANTILEVER 12 ‐ VERTICAL CRACK THROUGH DECK AND FACE OF FB CANTILEVER, WITH EFFLORESCENCE

C242 3 RAILING/BARRIER
Y Y

C3‐59
N RAIL BTWN FLOORBEAMS 12 & 14 ‐ HEAVY DETERIORATION TO RAIL. WIDE LONGITUDINAL CRACKS, DELAMINATED MATERAL, 
SIGNIFICANT DETERIORATION OF RAIL IS TYPICAL

C243 3 SIDEWALK OVERHANG Y C3 60 N OVERHANG BTWN FB CANTILEVERS 15&16 3' X 1' DELAMINATION IN DECK SOFFITC243 3 SIDEWALK OVERHANG Y C3‐60 N OVERHANG BTWN FB CANTILEVERS 15&16 ‐ 3' X 1' DELAMINATION IN DECK SOFFIT

C244 3 RAILING/BARRIER Y Y C3‐61 N RAIL BTWN FLOORBEAMS 16&18 ‐ VERY WIDE CRACKS AND SIGNIFICANT DETERIORATION IN RAIL

C245 3 SIDEWALK OVERHANG Y Y Y C3‐62 N OVERHANG BTWN FB CANTILEVERS 16&17 ‐ 3 EXPOSED BARS, ONE HAS 1/16" SECTION LOSS, INSUFFICIENT COVER

C246 3 SIDEWALK OVERHANG Y Y C3‐63 N OVERHANG BTWN FB CANTILEVERS 18&19 ‐ 6" OF EXPOSED BAR IN DECK SOFFIT

C247 3 SPANDREL ARCH ‐ D
Y Y

C3‐67 BTWN FB 20 & 22 ‐ LARGE 16' L X 1.5' CORNER DELAMINATION WITH ADJACENT 1/8" WIDE CRACK RUNNING TO EXPANSION JOINT
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C247 3 SPANDREL ARCH ‐ D
Y Y

C3‐68 BTWN FB 20 & 22 ‐ LARGE 16' L X 1.5' CORNER DELAMINATION WITH ADJACENT 1/8" WIDE CRACK RUNNING TO EXPANSION JOINT

C247 3 SPANDREL ARCH ‐ D
Y Y

C3‐69 BTWN FB 20 & 22 ‐ LARGE 16' L X 1.5' CORNER DELAMINATION WITH ADJACENT 1/8" WIDE CRACK RUNNING TO EXPANSION JOINT

C247 3 SPANDREL ARCH ‐ D
Y Y

C3‐70 BTWN FB 20 & 22 ‐ LARGE 16' L X 1.5' CORNER DELAMINATION WITH ADJACENT 1/8" WIDE CRACK RUNNING TO EXPANSION JOINT

C247 3 SPANDREL ARCH ‐ D
Y Y

C3‐71 BTWN FB 20 & 22 ‐ LARGE 16' L X 1.5' CORNER DELAMINATION WITH ADJACENT 1/8" WIDE CRACK RUNNING TO EXPANSION JOINT

C247 3 SPANDREL ARCH ‐ D
Y Y

C3‐72 BTWN FB 20 & 22 ‐ LARGE 16' L X 1.5' CORNER DELAMINATION WITH ADJACENT 1/8" WIDE CRACK RUNNING TO EXPANSION JOINT

C248 3 SPANDREL COLUMN ‐ D Y NONE SPANDREL COL D20, NW CORNER ‐ 1' X 8" DELAMINATION

C249 3 SIDEWALK OVERHANG C3‐73 N OVERHANG BTWN FB CANTILEVERS 20&21 ‐ 4" EXPOSED BAR, NO SECTION LOSS

C250 3 SPANDREL ARCH ‐ D
Y Y Y Y

C3‐74
N FACE BTWN FB 23&24 ‐ HEAVY SEEPAGE AND EFFLORESCENCE BUILDUP WITH SMALL SPALLS AND DELAMINATIONS AROUND 
UTILITY BRACKET

C250 3 SPANDREL ARCH ‐ D
Y Y Y Y

C3‐75
N FACE BTWN FB 23&24 ‐ HEAVY SEEPAGE AND EFFLORESCENCE BUILDUP WITH SMALL SPALLS AND DELAMINATIONS AROUND 
UTILITY BRACKET

C251 3 SIDEWALK OVERHANG Y Y C3‐76 N OVERHANG, FB CANTILEVER 24 ‐ NARROW CRACKS WITH EFFLORESCENCE

C252 3 SPANDREL ARCH ‐ D Y C3‐77 N FACE BELOW FB CANTILEVER 25 ‐ 4" EXPOSED BAR, NO SECTION LOSS

C253 3 SPANDREL ARCH ‐ D Y C3‐78 N FACE BELOW FB CANTILEVER 23 ‐ WIDE CRACKS EXTENDING ALONG TOP OF ARCH

C254 3 SPANDREL ARCH ‐ D
Y Y Y

C3‐79
UNDERSIDE OF SPANDREL ARCH D BTWN FB 20&21 ‐  1' WIDE DELAMINATION FROM BASE OF SPANDREL ARCH TO TOP AT LIGHT 
POST BRACKET, ALSO SPALL WITH EXPOSED BAR AT BASE OF ARCH

C254 3 SPANDREL ARCH ‐ D
Y Y Y

C3‐81
UNDERSIDE OF SPANDREL ARCH D BTWN FB 20&21 ‐  1' WIDE DELAMINATION FROM BASE OF SPANDREL ARCH TO TOP AT LIGHT 
POST BRACKET, ALSO SPALL WITH EXPOSED BAR AT BASE OF ARCH

C255 3 LIGHT POLE PILASTER Y Y C3‐80 AT SPANDREL ARCH D, FB 22 ‐ HEAVILY DETERIORATED LIGHT POLE SUPPORT

Y Y Y Y Y FB 20 BTWN C&D ‐ MULTIPLE EXPOSED BARS (15" L MAX), 1/16" SECTION LOSS TO BARS, RUST STAINING, JOINT LEAKAGE AND 
C256 3 FLOORBEAM C3‐82 EFFLORESCENCE

C257 3 FLOORBEAM Y Y C3‐83 FB 24 BTWN C&D, E FACE ‐ DELAMINATION ALONG ENTIRE LENGTH OF BOTTOM FACE, ALSO EVIDENCE OF SEEPAGE ON WEBS

C257 3 FLOORBEAM Y Y C3‐88 FB 24 BTWN C&D, E FACE ‐ DELAMINATION ALONG ENTIRE LENGTH OF BOTTOM FACE, ALSO EVIDENCE OF SEEPAGE ON WEBS

C257 3 FLOORBEAM Y Y C3‐90 FB 24 BTWN C&D, E FACE ‐ DELAMINATION ALONG ENTIRE LENGTH OF BOTTOM FACE, ALSO EVIDENCE OF SEEPAGE ON WEBS

C257 3 FLOORBEAM Y Y C3‐91 FB 24 BTWN C&D, E FACE ‐ DELAMINATION ALONG ENTIRE LENGTH OF BOTTOM FACE, ALSO EVIDENCE OF SEEPAGE ON WEBS

C257 3 FLOORBEAM Y Y C3‐92 FB 24 BTWN C&D, E FACE ‐ DELAMINATION ALONG ENTIRE LENGTH OF BOTTOM FACE, ALSO EVIDENCE OF SEEPAGE ON WEBS
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C257 3 FLOORBEAM Y Y C3‐93 FB 24 BTWN C&D, E FACE ‐ DELAMINATION ALONG ENTIRE LENGTH OF BOTTOM FACE, ALSO EVIDENCE OF SEEPAGE ON WEBS

C258 3 DECK SOFFIT Y C3‐84 BTWN FB 20&21 AND C&D ‐ 8 SF DELAMINATION IN SOFFIT

C259 3 BEAM Y C3‐85 BEAM BTWN SPANDREL ARCHES C&D AT FB'S 21 & 23 ‐ MEDIUM VERTICAL & DIAGONAL CRACKS IN BEAMS 2' FROM FACE OF D

C259 3 BEAM Y C3‐89 BEAM BTWN SPANDREL ARCHES C&D AT FB'S 21 & 23 ‐ MEDIUM VERTICAL & DIAGONAL CRACKS IN BEAMS 2' FROM FACE OF D

C259 3 BEAM Y C3‐94 BEAM BTWN SPANDREL ARCHES C&D AT FB'S 21 & 23 ‐ MEDIUM VERTICAL & DIAGONAL CRACKS IN BEAMS 2' FROM FACE OF D

C260 3 FLOORBEAM Y C3‐86 FB'S 20‐24 BTWN C&D ‐ TYPCIAL DIAGONAL NARROW CRACKS IN FB/PILASTER INTERSECTION

C260 3 FLOORBEAM Y C3‐87 FB'S 20‐24 BTWN C&D ‐ TYPCIAL DIAGONAL NARROW CRACKS IN FB/PILASTER INTERSECTION

C261 3 DECK SOFFIT C3‐95 BTWN FB'S 25&26 AND C&D ‐ 2 EXPOSED BARS DUE TO INSUFFICIENT COVER, NO SECTION LOSS, 2.5 FT EXPOSED

C262 3 PIER 3 EXTERIOR Y C3‐98 NW EAST FACE OF PIER 3 AT SPANDREL ARCH D ‐ HEAVY SEEPAGE AT EXP JT

Y Y FB 22 BTWN C&D NEAR FACE OF C ‐ LARGE SPALL WITH 2' EXPOSED BAR, 60% SECTION LOSS TO BAR (LOCATED RIGHT ABOVE
C263 3 FLOORBEAM

Y Y
C3‐99 NE

FB 22 BTWN C&D NEAR FACE OF C   LARGE SPALL WITH 2  EXPOSED BAR, 60% SECTION LOSS TO BAR (LOCATED RIGHT ABOVE 
ABANDONED WATER MAIN

C265 3 SPANDREL COLUMN ‐ D Y C3‐101 D24, S FACE ‐ DIAG CRACK FROM WEST SIDE SPANDREL ARCH TO CENTER LINE, APPROX 6' LONG

C266 3 SPANDREL COLUMN ‐ C Y C3‐102 C24, N FACE ‐ DIAG CRACK FROM WEST SIDE SPANDREL ARCH TO CENTER LINE, APPROX 4' LONG

C267 3 DECK SOFFIT Y Y Y C3‐103 FB 27 TO PIER 3, BTWN C&D ‐ 4 EXPOSED BARS, 3"L TO 1.5' L, 10 SF ADJACENT DELAMINATED AREA

C267 3 DECK SOFFIT Y Y Y C3‐104 FB 27 TO PIER 3, BTWN C&D ‐ 4 EXPOSED BARS, 3"L TO 1.5' L, 10 SF ADJACENT DELAMINATED AREA

C268 3 FLOORBEAM Y C3‐105 FB 25, C‐D, AT C PILASTER ‐ TYPICAL DIAGONAL CRACK

C269 PIER 3 PIER 3 EXTERIOR Y Y C3‐106 E FACE AT SPANDREL ARCH D ‐ HEAVY SEEPAGE FROM EXPANSION JOINT

C269 PIER 3 PIER 3 EXTERIOR Y Y C3‐107 E FACE AT SPANDREL ARCH D ‐ HEAVY SEEPAGE FROM EXPANSION JOINT

C270 PIER 3 PIER 3 EXTERIOR Y Y C3‐108 E FACE AT SPANDREL ARCH D ‐ HEAVY SEEPAGE FROM EXPANSION JOINT

C271 3 BEAM Y C3‐109 BEAM BWTN SPANDREL ARCHES C&D AT FB 27 ‐ VERTICAL CRACK 2' FROM FACE OF SPANDREL ARCH C

C272 3 FLOORBEAM
Y

C3‐110
FB 26 AT SPANDREL WALL C ‐ MULTIPLE NARROW TO HAIRLINE CRACKS.  DIAG AT PILASTER SUPPORT AND TRANSVERSE ACROSS 
BOTTOM FACE SPACED 8"‐10" O.C.

C272 3 FLOORBEAM
Y

C3‐111
FB 26 AT SPANDREL WALL C ‐ MULTIPLE NARROW TO HAIRLINE CRACKS.  DIAG AT PILASTER SUPPORT AND TRANSVERSE ACROSS 
BOTTOM FACE SPACED 8"‐10" O.C.

C273 3 SPANDREL COLUMN ‐ D Y Y C3‐112 SPANDREL COL D24, NE CORNER ‐ WIDE CRACKS AROUND PATCH REPAIR TO CORNER, 5'H X 6" WIDE, NO DELAMINATION

C274 PIER 3 PIER 3 EXTERIOR Y Y Y C3‐113 E FACE, NE CORNER ‐ 4'L X 4" H SPALL WITH EXPOSED BAR, ESTIMATE 10% SECTION LOSS TO BAR, INSUFFICIENT COVER

C275 3 SPANDREL COLUMN ‐ D Y C3‐114 SPANDREL COL D24, NW CORNER ‐ HEAVY EFFLORESCENCE BUILDUP AT BASE OF SPANDREL ARCH

C276 3 SPANDREL ARCH ‐ D Y Y C3‐115 NEAR SPANDREL COL D24 ‐ 4'H X 1'W DELAMINATION WITH MINOR SPALLING ON WEST UNDERSIDE, NEAR N FACE

C277 3 SIDEWALK OVERHANG Y C3‐116 N OVERHANG BTWN FB 25&26 ‐ LARGE AREA OF PATCHWORK ON SOFFIT, 2' X 1.5'

C278 PIER 3 PIER 3 EXTERIOR Y Y Y C3‐117 NE CORNER ‐ 3'H X 6" W CORNER SPALL/DELAMINATION WITH EXPOSED BAR

C278 PIER 3 PIER 3 EXTERIOR Y Y Y C3‐118 NE CORNER ‐ 3'H X 6" W CORNER SPALL/DELAMINATION WITH EXPOSED BAR
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C279 PIER 2 PIER 2 EXTERIOR Y C3‐119 N FACE, 10' BELOW DECK ‐ 1 SF SPALL

C280 PIER 2 PIER 2 EXTERIOR Y Y Y C3‐119 N FACE, 10' BELOW DECK ‐ SMALL SPALL WITH EXPOSED BAR WITH 1/8" SECTION LOSS

C281 PIER 2 PIER 2 EXTERIOR Y Y Y C3‐120 N FACE, 10' BELOW DECK ON NW CORNER ‐ 1 SF DELAM/SPALL WITH EXPOSED BAR

C282 PIER 2 PIER 2 EXTERIOR Y NO PHOTO N FACE, 17' BELOW DECK ‐ 6' H X 1' W DELAMINATION IN MIDDLE OF PIER

C283 PIER 2 PIER 2 EXTERIOR Y M3‐29 NW CORNER, 25' BELOW DECK ‐ 3'H X 6" DEEP CORNER SPALL

C284 PIER 2 PIER 2 EXTERIOR Y Y M3‐30 N FACE, 27' BELOW DECK ‐ 1 SF SPALL WITH EXPOSED BAR, MIDDLE OF PIER

C285 PIER 2 PIER 2 EXTERIOR Y M3‐31 NW CORNER, 40' BELOW DECK ‐ 3'L X 8"W DELAMINATION

C300 3 FLOORBEAM
Y

C4‐01
ON FLOORBEAM 6 BTWN SPANDREL WALLS B&C AT C ‐ TRANSVERSE HAIRLINE CRACKS ON BOTTOM FACE, 3' AND 5' FROM SPANDREL 
WALL C

C301 3 FLOORBEAM Y C4‐02 ON FLOORBEAM 8 BTWN SPANDREL WALLS B&C AT C ‐ LARGE DEEP CORNER SPALL AT EXPANSION JOINT, 1' L, 6" DEEP, 8" H

C302 3 DECK SOFFIT
Y Y Y

C4‐03
DECK SOFFIT BTWN FLOORBEAMS 4&5 AND SPANDREL WALLS B&C ‐ MULTIPLE SHALLOW DELAMINATIONS ON SOFFIT, INSUFFICIENT 
COVER, 8" EXPOSED BAR AT SPANDREL WALL B

C303 3 FLOORBEAM Y Y C4‐04 ON FLOORBEAM 7 ‐ 3 EXPOSED BARS, MAX 6" EXPOSED, NO SECTION LOSS TO BARS

C304 3 FLOORBEAM
Y Y

C4‐05
ON FLOORBEAM 4 ‐ LARGE DELAMINATION, 4' L X 6" D X FULL WIDTH AT MIDSPAN BTWN SPANDREL WALLS A&B. ALSO, MULTIPLE 
TRANSVERSE AND AND VERTICAL NARROW CRACKS

C304 3 FLOORBEAM
Y Y

C4‐06
ON FLOORBEAM 4 ‐ LARGE DELAMINATION, 4' L X 6" D X FULL WIDTH AT MIDSPAN BTWN SPANDREL WALLS A&B. ALSO, MULTIPLE 
TRANSVERSE AND AND VERTICAL NARROW CRACKS

C304 3 FLOORBEAM
Y Y

C4‐07
ON FLOORBEAM 4 ‐ LARGE DELAMINATION, 4' L X 6" D X FULL WIDTH AT MIDSPAN BTWN SPANDREL WALLS A&B. ALSO, MULTIPLE 
TRANSVERSE AND AND VERTICAL NARROW CRACKS

C305 3 SPANDREL WALL ‐ A Y C4‐08 IN PILASTER BELOW FLOORBEAM 5, TYPICAL HONEYCOMBING AT BASE OF PILASTER

C306 3 CHLORIDE ION SAMPLE C4‐09 SAMPLE LOCATION #1 ‐ SPANDREL COLUMN A‐4

C307 3 CHLORIDE ION SAMPLE C4‐10 SAMPLE LOCATION #2 ‐ SPANDREL COLUMN A‐4

C308 3 CHLORIDE ION SAMPLE C4‐11 SAMPLE LOCATION #3 ‐ SPANDREL WALL AT A‐8

C309 3 CHLORIDE ION SAMPLE C4‐12 SAMPLE LOCATION #4 ‐ SPANDREL WALL AT A‐8

C310 3 SIDEWALK OVERHANG Y Y C4‐13 MULTIPLE NARROW CRACKS IN SOFFIT WITH MODERATE EFFLORESCENCE

C311 3 SPANDREL WALL ‐ A

Y Y Y Y

C4‐14
UNDER FLOORBEAMS 2 & 3 ‐ 5' H X 4' W X 4" D DELAMINATION WITH SPALLS AND EXPOSED BARS (4 " EXPOSED WITH 3/16" SECTION 
LOSS TO BARS).  3 ADDITIONAL EXPOSED BARS ADJACENT TO DELAMINATION WITH 4" EXPOSED AND 1/16" SECTION LOSS TO BARS

C311 3 SPANDREL WALL ‐ A

Y Y Y Y

C4‐17
UNDER FLOORBEAMS 2 & 3 ‐ 5' H X 4' W X 4" D DELAMINATION WITH SPALLS AND EXPOSED BARS (4 " EXPOSED WITH 3/16" SECTION 
LOSS TO BARS).  3 ADDITIONAL EXPOSED BARS ADJACENT TO DELAMINATION WITH 4" EXPOSED AND 1/16" SECTION LOSS TO BARS
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C311 3 SPANDREL WALL ‐ A

Y Y Y Y

C4‐18
UNDER FLOORBEAMS 2 & 3 ‐ 5' H X 4' W X 4" D DELAMINATION WITH SPALLS AND EXPOSED BARS (4 " EXPOSED WITH 3/16" SECTION 
LOSS TO BARS).  3 ADDITIONAL EXPOSED BARS ADJACENT TO DELAMINATION WITH 4" EXPOSED AND 1/16" SECTION LOSS TO BARS

C311 3 SPANDREL WALL ‐ A

Y Y Y Y

C4‐19
UNDER FLOORBEAMS 2 & 3 ‐ 5' H X 4' W X 4" D DELAMINATION WITH SPALLS AND EXPOSED BARS (4 " EXPOSED WITH 3/16" SECTION 
LOSS TO BARS).  3 ADDITIONAL EXPOSED BARS ADJACENT TO DELAMINATION WITH 4" EXPOSED AND 1/16" SECTION LOSS TO BARS

C312 3 SPANDREL WALL ‐ A
Y Y Y

C4‐15
LARGE 2' W X 7' L SPALL UNDER SPANDREL WALL ARCH WITH LONGITUDINAL CRACKS FULL LENGTH, BTWN FLOORBEAMS 1 AND 2. 
ADJACENT DELAMINATIONS

C312 3 SPANDREL WALL ‐ A
Y Y Y

C4‐23
LARGE 2' W X 7' L SPALL UNDER SPANDREL WALL ARCH WITH LONGITUDINAL CRACKS FULL LENGTH, BTWN FLOORBEAMS 1 AND 2. 
ADJACENT DELAMINATIONS

WEST FACE OF PIER 2 AT SW CORNER MODERATE EFFLORESCENCE AND VERTICAL CRACK APPROX 10' LONG DOWN TO
C313 PIER 2 PIER 2 EXTERIOR

Y Y
C4‐16

WEST FACE OF PIER 2 AT SW CORNER ‐ MODERATE EFFLORESCENCE AND VERTICAL CRACK APPROX 10' LONG DOWN TO 
CONSTRUCTION JOINT

C314 3 SPANDREL WALL ‐ A
Y Y Y

C4‐24
ON SPANDREL ARCH WALL A BTWN FLOORBEAMS 0 & 1 ‐ 2' W X 5' L SPALL UNDER SPANDREL ARCH WALL WITH LONGITUDINAL 
CRACKS FULL LENGTH

C315 3 SIDEWALK OVERHANG Y Y Y Y Y Y C4‐20 MULTIPLE CRACKS WITH EFFLORESCENCE, 1 EXPOSED BAR (APPROX 1' EXPOSED), WITH 20% SECTION LOSS TO BAR.  

C315 3 SIDEWALK OVERHANG Y Y Y C4‐21 1' LONG SPALL WITH EXPOSED BAR WITH APPROXIMATELY 1/16" SECTION LOSS

C316 3 SIDEWALK OVERHANG Y Y Y Y C4‐22 SMALL CORNER SPALL, EXPOSED BAR, AT EXPANSION JOINT

C317 3 FLOORBEAM

Y Y

C4‐25
ON FLOORBEAM 4, BTWN SPANDREL ARCH WALLS B&C, NEAR C, EAST FACE ‐ FULL WEB HEIGHT VERTICAL CRACKS LOCATED 2' AND 4' 
FROM NORTH END OF FLOORBEAM. ALSO, MULTIPLE SHALLOW DELAMINATIONS (1' X 8" MAX SIZE) ON ADJACENT DECK SOFFIT.

C318 3 DECK SOFFIT
Y Y Y

C4‐26
MULTIPLE SHALLOW DELAMINATIONS AND SPALLS WITH EXPOSED REBAR WITH NO SIGNIFICANT SECTION LOSS.  MAX LENGTH OF 
EXPOSED  BAR APPROXIMATELY 1'

C319 3 DECK SOFFIT
Y Y Y Y

C4‐27
BTWN PIER 2 AND FLOORBEAM 1 AND BETWEEN ARCH RIB LINES B & C ‐ MULTIPLE EXPOSED BARS WITH UP TO 40% SECTION LOSS 
WITH SURROUNDING SPALLS AND DELAMINATIONS MEASURING 5' X 3'

C319 3 DECK SOFFIT
Y Y Y Y

C4‐30
BTWN PIER 2 AND FLOORBEAM 1 AND BETWEEN ARCH RIB LINES B & C ‐ MULTIPLE EXPOSED BARS WITH UP TO 40% SECTION LOSS 
WITH SURROUNDING SPALLS AND DELAMINATIONS MEASURING 5' X 3'

C320 3 DECK SOFFIT
Y Y Y Y

C4‐28
BTWN PIER 2 AND FLOORBEAM 1 AND BTWN ARCH RIB LINES B & C ‐ 3 LINES OF EXPOSED BARS, FULL BAY WIDTH WITH SPALLS AND 
DELAMINATIONS MEASURING 3' X 5'

C320 3 DECK SOFFIT
Y Y Y Y

C4‐31
BTWN PIER 2 AND FLOORBEAM 1 AND BTWN ARCH RIB LINES B & C ‐ 3 LINES OF EXPOSED BARS, FULL BAY WIDTH WITH SPALLS AND 
DELAMINATIONS MEASURING 3' X 5'

C321 3 DECK SOFFIT
Y Y Y Y

C4‐29
BTWN PIER 2 AND FLOORBEAM 1 AND BTWN ARCH RIB LINES B & C ‐ 1.5 SQ FT SPALL/DELAMINATION WITH EXPOSED BAR WITH 40% 
SECTION LOSS
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C321 3 DECK SOFFIT
Y Y Y Y

C4‐32
BTWN PIER 2 AND FLOORBEAM 1 AND BTWN ARCH RIB LINES B & C ‐ 1.5 SQ FT SPALL/DELAMINATION WITH EXPOSED BAR WITH 40% 
SECTION LOSS

C322 3 SPANDREL ARCH ‐ B Y C4‐33 8" WIDE X 3" DEEP X 3" HIGH SPALL AT TOP OF SPANDREL ARCH CORNER UNDER FLOORBEAM 2, NORTH SIDE

C323 3 CHLORIDE ION SAMPLE C4‐34 SAMPLE LOCATION #5 ‐ OBTAINED IN FLOORBEAM 2, BTWN B & C ARCH RIB LINES

C324 3 DECK SOFFIT Y Y C4‐35 MULTIPLE NARROW CRACKS IN SOFFIT NEAR ARCH RIB B LINE AND 2.5' W X 3' L DELAMINATION

C325 3 DECK SOFFIT Y Y Y Y C4‐36 5' X 5' SPALLED AREA WITH EXPOSED BARS WITH 3/8" DIAM. SECTION REMAINING

C325 3 DECK SOFFIT Y Y Y Y C4‐38 5' X 5' SPALLED AREA WITH EXPOSED BARS WITH 3/8" DIAM. SECTION REMAINING

C326 3 SPANDREL WALL ‐ A Y C4‐37 HORIZONAL MEDIUM CRACK EXTENDING OUT FROM CONST. JOINT THROUGH SPANDREL ARCH WALL

C327 3 DECK SOFFIT Y Y Y Y C4‐39 SPALL WITH 4" LONG EXPOSED BAR WITH LESS THAN 1/16" DIAM SECTION LOSS, AND ADJACENT DELAMINATION 10" X 4"

Y FLOORBEAM 1 BTWM ARCH RIB LINES A&B NEAR MIDSPAN ‐ MULTIPLE TRANSVERSE NARROW CRACKS ON BOTTOM FACE AND 
C328 3 FLOORBEAM

Y
C4‐40

FLOORBEAM 1 BTWM ARCH RIB LINES A&B NEAR MIDSPAN   MULTIPLE TRANSVERSE NARROW CRACKS ON BOTTOM FACE AND 
VERTICAL FACES OF WEB

C329 3 CHLORIDE ION SAMPLE C4‐41 SAMPLE LOCATION #6 ‐ OBTAINED IN FLOORBEAM 2 ADJACENT TO SPANDREL ARCH WALL A

C330 3 FLOORBEAM

Y Y Y Y Y Y

C4‐42

/
DELAMINATION ON EAST FACE AT MIDSPAN.  2 EXPOSED BARS WITH 1/8" SECTION LOSS NEAR SPANDREL WALL A ON WEB. 2' L 
EXPOSED BAR WITH 1/16" SECTION LOSS ON DECK SOFFIT BTWN FLOORBEAMS 3 & 4.  ALSO AN EXPANSION JT EXISTS ON EAST FACE 
OF FLOORBEAM 4

C331 PIER 2 CHLORIDE ION SAMPLE C4‐43 SAMPLE LOCATION #7 ‐ OBTAINED IN PIER 2, EXTERIOR WALL, SOUTH FACE

C332 PIER 2  CHLORIDE ION SAMPLE D4‐32 SAMPLE LOCATION #8 ‐ OBTAINED IN PIER 2, INTERIOR OF SOUTH WALL, MID‐HEIGHT BTWN CEILING AND FLOOR

C332 PIER 2  CHLORIDE ION SAMPLE D4‐33 SAMPLE LOCATION #8 ‐ OBTAINED IN PIER 2, INTERIOR OF SOUTH WALL, MID‐HEIGHT BTWN CEILING AND FLOOR

C333 PIER 2  CHLORIDE ION SAMPLE D4‐34 SAMPLE LOCATION #9 ‐ OBTAINED IN PIER 2 INTERIOR, BEAM 1, 1.5 FT FROM W END OF BEAM IN S SIDE OF BEAM

C333 PIER 2  CHLORIDE ION SAMPLE D4‐35 SAMPLE LOCATION #9 ‐ OBTAINED IN PIER 2 INTERIOR, BEAM 1, 1.5 FT FROM W END OF BEAM IN S SIDE OF BEAM

C334 PIER 2 CHLORIDE ION SAMPLE C4‐52 SAMPLE LOCATION #10 ‐ OBTAINED IN PIER 2 EXTERIOR, NORTH FACE

C335 3 CHLORIDE ION SAMPLE C4‐53 SAMPLE LOCATION #11 ‐ OBTAINED IN FLOORBEAM 2 BTWN C&D SPANDREL WALLS, ADJACENT TO WALL D

C336 3 CHLORIDE ION SAMPLE C4‐54
SAMPLE LOCATION #12 ‐ OBTAINED IN N FACE OF ARCH RIB D (WHERE HALF CELL TESTING PERFORMED), 4' E AND 1.5' DOWN FROM 
END OF SPANDREL ARCH WALL AT FLOORBEAM LINE 8

CORE A PIER 2 DECK M3‐10
TOTAL DECK THICKNESS = 17‐1/2", CORE TAKEN 3' SOUTH OF NORTH CURB. BOTTOM CONC DECK = 7‐3/4" THICK, CONC OVERLAY = 2‐
1/2", 2 LAYERS OF ASPHALT ON TOP, LOWER LAYER OF ASPHALT WAS PUNKY/ , ,

CORE A PIER 2 DECK M3‐11
TOTAL DECK THICKNESS = 17‐1/2", CORE TAKEN 3' SOUTH OF NORTH CURB. BOTTOM CONC DECK = 7‐3/4" THICK, CONC OVERLAY = 2‐
1/2", 2 LAYERS OF ASPHALT ON TOP, LOWER LAYER OF ASPHALT WAS PUNKY

CORE B PIER 2 DECK M3‐16

TOTAL DECK THICKNESS = 32", CORE TAKEN 17'‐6" SOUTH OF NORTH CURB OVER PIER 2, BOTTOM CONC DECK = 10" THICK, LW 
OVERLAY = 1" THICK, BALLAST LAYER, RR TIE LAYER INFILLED WITH CONCRETE = 8‐3/4" THICK, TOP TWO LAYERS WERE ASPHALT, 
LOWER ASPHALT LAYER WAS PUNKY
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CORE B PIER 2 DECK M3‐17

TOTAL DECK THICKNESS = 32", CORE TAKEN 17'‐6" SOUTH OF NORTH CURB OVER PIER 2, BOTTOM CONC DECK = 10" THICK, LW 
OVERLAY = 1" THICK, BALLAST LAYER, RR TIE LAYER INFILLED WITH CONCRETE = 8‐3/4" THICK, TOP TWO LAYERS WERE ASPHALT, 
LOWER ASPHALT LAYER WAS PUNKY

CORE C PIER 2 DECK M3‐12
TOTAL DECK THICKNESS = 17", TAKEN 3' NORTH OF SOUTH CURB, BOTTOM CONC DECK = 7‐1/2" THICK, CONC OVERLAY = 2‐3/8" 
THICK, 2 LAYERS OF ASPHALT, LOWER LAYER WAS PUNKY

CORE C PIER 2 DECK M3‐13
TOTAL DECK THICKNESS = 17", TAKEN 3' NORTH OF SOUTH CURB, BOTTOM CONC DECK = 7‐1/2" THICK, CONC OVERLAY = 2‐3/8" 
THICK, 2 LAYERS OF ASPHALT, LOWER LAYER WAS PUNKY

CORE D 3 DECK M3‐14  
TOTAL DECK THICKNESS = 19", TAKEN 3' SOUTH OF NORTH CURB, BOTTOM CONC DECK = 9" THICK, CONC OVERLAY = 2", 2 LAYERS OF 
ASPHALT, LOWER LAYER WAS PUNKY

TOTAL DECK THICKNESS = 19", TAKEN 3' SOUTH OF NORTH CURB, BOTTOM CONC DECK = 9" THICK, CONC OVERLAY = 2", 2 LAYERS OF 
CORE D 3 DECK M3‐15   ASPHALT, LOWER LAYER WAS PUNKY

CORE D 3 DECK SOFFIT C3‐100 ALSO NOTED AT C264

D001 3 SPANDREL COLUMN ‐ A Y Y D1‐01 E 5' X 3' DELAMINATION WITH EXPOSED REBAR

D001 3 SPANDREL COLUMN ‐ A Y Y D1‐12 E 5' X 3' DELAMINATION WITH EXPOSED REBAR

D002 3 SPANDREL WALL ‐ A Y Y Y D1‐23 W EAST FACE, UNDER F/B 8, AT SPANDREL WALL,  4' X 1'DELAM 

D002 3 SPANDREL WALL ‐ A Y Y Y D1‐28 W EAST FACE, UNDER F/B 8, AT SPANDREL WALL,  2' ‐ 8" X 1' SPALL WITH EXPOSED REBAR

D003 3 ARCH RIB A Y Y D1‐30 S 10" HIGH DELAMINATION AT BASE OF PILASTER ON NORTH FACE, AT F/B 18

D004 3 ARCH RIB A Y Y D1‐31 S AT F/B 16 EFFLORESCENCE AND WATER LEAKING AT DRAIN AND JOINT

D005 3 ARCH RIB A Y D1‐32 S 10" HIGH DELAMINATION AT BASE OF PILASTER, ON CORNER OF F/B 19, NORTH FACE

D006 3 SPANDREL WALL ‐ B Y D1‐05 E UNDERSIDE OF MEMBER, 2 AREAS OF EXPOSED REBAR DUE TO POOR COVER

D007 3 SPANDREL COLUMN ‐ B Y Y Y D1‐06 W SE  CORNER OF SPANDREL COLUMN AT F/B 24, 1/16" DIA LOSS TO REBAR

D101 3 ARCH RIB B Y D2‐1 E 2' LONG NARROW CRACK ON TOP OF ARCH RIB B

D102 3 PIER 3 EXTERIOR Y D2‐2 W 6' HIGH CORNER DELAMINATION, STARTS 3' ABOVE ARCH TOP

D103 3 PIER 2 EXTERIOR
Y

D2‐3 W
W FACE OF PIER 2 BTWN. ARCH RIBS B‐C, 15' BELOW TOP OF ARCH‐PIER FACE INTERSECTION ‐ 3' LONG BY 10" WIDE DELAMINATION 
ALONG CONSTR. JOINT

D104 3 PIER 2 EXTERIOR Y D2 4 W NARROW VERT CRACK IN W FACE 10' BELOW TOP OF ARCH PIER FACE INTERSECTION 6' LONG BTWN ARCH RIBS B CD104 3 PIER 2 EXTERIOR Y D2‐4 W NARROW VERT. CRACK IN W FACE 10  BELOW TOP OF ARCH‐PIER FACE INTERSECTION, 6  LONG BTWN. ARCH RIBS B‐C

D105 3 PIER 2 EXTERIOR Y D2‐5 W MEDIUM VERT. CRACK STARTS APPROX. 60' ABOVE GROUNDLINE AND EXTENDS TO GROUND, BTWN. ARCH RIBS B‐C, W FACE.

D106 3 PIER 2 EXTERIOR
Y

D2‐11
WIDE HORIZ.‐DIAG. CRACK 4' LONG WITH EFFLO. & ADJACENT HONEYCOMBING, 10' BELOW DECK SOFFIT WHERE SPANDREL ARCH 
MEETS PIER FACE

D107 3 SIDEWALK OVERHANG
Y Y Y Y

D2‐12 UP SE CORNER OF PIER 2 AT DECK SOFFIT, LARGE FAILING PATCH (DELAMINATED) WITH SMALL SPALL WITH EXPOSED REBAR IN SOFFIT
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D201 3 SPANDREL WALL ‐ D
Y Y Y Y

D3‐1
BOTH FACES OF SPANDREL WALL D, BTWN F/Bs 7 AND 8, N FACE HAS EXPOSED REBAR WITH UP TO 1/8" LOSS IN 6' LONG SPALL.  S 
FACE 6' LONG DELAMINATION WITH SMALL SPALLS.  NOTE HONEYCOMBING PATCHES.

D302 3 SPANDREL WALL ‐ C
Y Y Y

D3‐2 E
NEAR FB 20 IN UNDERSIDE OF SPANDREL WALL C ‐ HONEYCOMBING, DELAMINATION, SMALL SPALLS ALONG INTERFACE WITH TOP 
OF ARCH, APPROX. 6" HIGH DELAM.

D302 3 SPANDREL WALL ‐ C Y Y D3‐3 E JUST ABOVE SPANDREL WALL‐ARCH TOP JUNCTURE ‐ 2 SMALL SPALLS WITH EXPOSED REBAR DUE TO VERY SHALLOW COVER

D303 3 SPANDREL WALL ‐ D
Y Y Y Y

D3‐4 ENE
LARGE SPALL & ADJACENT DELAMINATIONS WITH CRACKING ON SW CORNER OF SPANDREL WALL D BTWN. FB 20‐21.  NOTE 
EXPOSED LONGIT. REBAR

D303 3 SPANDREL WALL ‐ D Y Y Y D3‐5 N LARGE DELAMINATIONS WITH CRACKING ON UNDERSIDE OF SPANDREL WALL D NEAR FB 21.  NOTE EXPOSED LONGIT. REBAR

D304 4 FLOORBEAM
Y Y

D4‐19 N
BOTTOM FACE OF FLOORBEAM 24, SPALL WITH EXPOSED BARS FOR APPROXIMATELY HALF OF BEAM'S LENGTH.  BTWN ARCH RIBS A 
& B

D305 7 ARCH FLOOR D4‐29 W HOLE IN CONCRETE UNDER ARCH FLOOR BETWEEN RIBS C & D, NEAR ARCH ABUTMENT 2

D306 PIER 6 SIDEWALK OVERHANG Y D4‐31 N WIDE CRACKS UNDER SIDEWALK OVERHANG, AT PIER 6, S. SIDE

D400 2 FLOORBEAM
Y Y Y Y

D4‐01 E
FLOORBEAM 4 IN SPAN 2, HEAVY CORROSION IN BARS NEARLY FULL LENGTH BOTTOM FACE SPALL.  SPALLING, CRACKS AND 
DELAMINATIONS EXTEND VERTICALLY ALONG SHEAR STIRRUPS.  DEFICIENCIES LOCATED BTWN ARCH RIBS A &  B

D401 2 LIGHT POLE PILASTER Y Y Y D4‐02 SE SPALL WITH WIDE CRACKING AND EXPOSED BAR DUE TO SHALLOW COVER AT FLOORBEAM 6, ARCH RIB A

D402 PIER 2 PIER 2 EXTERIOR
Y Y Y

NO PHOTO
EAST FACE OF PIER 2, BTWN ARCH RIBS A & B ‐ 4' W X 4' H DELAMINATION WITH ADJACENT SPALL, APPROXIMATELY 40' FROM TOP 
OF PIER.  BTWN RIBS B & C ‐  A 4' H X 2' W SPALL WITH EXPOSED BAR

D403 PIER 2 PIER 2 EXTERIOR Y NO PHOTO 1'W X 1'H DELAMINATION BTWN ARCH RIBS B & C WHERE ARCH TOP MEETS EAST PIER FACE

E001 3 SPANDREL WALL ‐ B
Y Y Y

E1‐1 W
4" X 2" SPALL WITH EXPOSED BAR ON UNDERSIDE OF WALL, APPROXIMATELY 1/8" COVER ON REBAR.  ALSO NOTE AREAS OF 
HONEYCOMBING. PHOTO OVER ARCH RIB B BTWN F/B 7 & 8

E002 3 SPANDREL WALL ‐ B Y NO PHOTO NEAR F/B 5, MULTIPLE PATCHES OF HONEYCOMBING, NO RUST STAINING OR EXPOSED BARS

E003 3 ARCH RIB B Y Y D1‐29 N 7" W X 4" H DELAMINATION WITH SMALL SPALL, NO EXPOSED BAR ON SOUTH FACE OF ARCH RIB B, BTWN F/B 11 & 12

E004 3 FLOORBEAM

Y

E1‐3 NW

NARROW DIAGONAL CRACKS AT PILASTER‐F/B CORNER INTERSECTION (TYPICAL BOTH WEB FACES) AT F/B'S 12, 15, 16, 17, 19, 20).  
ALSO, NARROW PERIMETER CRACK THRU BOTH WEB FACES AT BOTTOM FACE F/B 12, APPROXIMATELY 39" FROM EDGE OF PILASTER. 
NO EXPOSED BAR OR RUST STAINING

HEAVY HONEYCOMBING IN PILASTER 18, SOUTH FACE AND IN SPANDREL WALL BTWN F/B'S 17 & 18. NOTE: SMALL HONEYCOMB

E005 3 SPANDREL WALL ‐ B

Y

E1‐4 N

HEAVY HONEYCOMBING IN PILASTER 18, SOUTH FACE AND IN SPANDREL WALL BTWN F/B S 17 & 18.  NOTE: SMALL HONEYCOMB 
PATCHES ARE TYPICAL THROUGHOUT SPANDRAL WALLS WITH LIGHT DENSITY.  HONEYCOMBING HEAVY AT BASE OF PILASTER 15 
TOO.

E006 3 SPANDREL WALL ‐ A
Y Y

E1‐5 SE
AT F/B 20, HEAVY LEAKAGE THROUGH JOINT AND WICK DRAIN (STEEL PIPE) ‐ LITTLE OR NO CONCRETE DETERIORATION EXCEPT  
APPROXIMATELY 1' H X 8" W DELAMINATION IN W F/B 20 FACE BELOW WICK DRAIN OUTLET, NEAR UNDERSIDE OF DECK

E007 3 ARCH FLOOR E1‐6 W
GENERAL CONDITON PHOTO ‐ TOP OF ARCH FLOOR BTWN ARCH RIBS A & B AND F/B'S 20‐24.  NOTE DEBRIS BUILD‐UP AT BOTTOM 
CORNER, PARTIALLY CLOGGED DRAIN HOLE
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E008 PIER 2 BEAM
Y Y Y Y Y

D1‐7 E B1 AT DECK SOFFIT ‐ FULL LENGTH SPALLING AND DELAMINATION WITH EXPOSE REBAR WITH 1/16" DIA AVERAGE LOSS TO BARS

E008 PIER 2 BEAM Y Y Y Y Y D1‐8 N S FACE B1, CLOSE‐UP OF REBAR SECTION LOSS AND PACKRUST

E008 PIER 2 BEAM Y Y Y Y Y D1‐9 S N FACE B1, CRACK AND DELAMINATION ALONG BOTTOM MAT OF REBAR

E008 PIER 2 BEAM Y Y Y Y Y D1‐10 S WEST END OF B1, N FACE, NOTE HEAVY LEAKAGE ADJACENT TO STEEL SCUPPER PAN

E008 PIER 2 BEAM Y Y Y Y Y D1‐11 N S FACE B1, REBAR SECTION LOSS DETAIL

E009 PIER 2 BEAM Y D1‐13 N 2.5' LONG X 7" H DELAMINATION ON S FACE OF B4 AT W PIER WALL INSIDE PIER 2

E010 PIER 2 PIER 2 INTERIOR
Y Y Y Y Y

D1‐14 W
W WALL ADJACENT TO B1 UNDER S UTILITY BANK ‐ 18" W X 8" H DELAMINATED AREA WITH SPALLING AND CRACKING.  NOTE HEAVY 
LEAKAGE FROM SIDEWALK ABOVE.  ALSO NOTE ADJACENT CRACKING WITH EFFLORESCENCE

Y Y Y Y
DECK SOFFIT BTWN S PIER WALL AND B1 ‐ FULL LENGTH WIDE LONGITUDINAL CRACK AND TRANSVERSE WIDE CRACK WITH LEAKAGE 
(TRANSVERSE CRACK IS APPROX 2' WEST OF E PIER WALL) ALSO NOTE SMALL SPALLS WITH EXPOSED REBAR ALONG S WALL AND

E011 PIER 2 DECK SOFFIT

Y Y Y Y

D1‐15 E
(TRANSVERSE CRACK IS APPROX 2' WEST OF E PIER WALL).  ALSO NOTE SMALL SPALLS WITH EXPOSED REBAR ALONG S WALL AND 
AROUND MANHOLE.

E012 PIER 2 BEAM
Y Y Y

D1‐17 E
BEAM 9 ‐ LARGE SPALL 5' LONG X 1' WIDE WITH EXPOSED REBAR WITH 1/8" DIA SECTION LOSS (TYP ALL 4 LONGITUDINAL BARS). 1 
SHEAR STIRRUP BOTTOM LEG HAS 100% SECTION LOSS APPROX 2'‐10" FROM EAST END OF B9.

E013 PIER 2 BEAM Y Y Y D1‐18 W FULL LENGTH SPALL WITH EXPOSED REBAR WITH 1/8" SECTION LOSS ON LONGIT. BARS & STIRRUPS, B10 @ PIER 2.

E013 PIER 2 BEAM Y Y Y D1‐19 W SAME LOCATION AS D1‐25, CLOSE‐UP NEAR W END OF BEAM

E013 PIER 2 BEAM Y Y Y D1‐20 E SAME LOCATION AS D1‐25, E HALF OF BEAM.

E014 PIER 2 DECK SOFFIT
Y Y Y

D1‐21 E & UP
MULTIPLE SPALLS WITH EXPOSED REBAR BTWN. N PIER WALL & B10.  LARGE SPALL ALONG E PIER WALL.  ALSO NOTE LONGIT. CRACK 
FULL LENGTH APPROX. 18" FROM N PIER WALL.

E015 PIER 2 DECK SOFFIT Y Y NO PHOTO SPALLS WITH EXPOSED REBAR AROUND PERIMETER OF MANHOLE.

E016 PIER 2 PIER 2 INTERIOR Y Y D1‐22 W 1/8" MAX. WIDE CRACKS WITH EFFLORESCENCE IN W PIER WALL BTWN. N PIER WALL & B10.

E016 PIER 2 PIER 2 INTERIOR Y Y D1‐24 W SAME LOCATION AS D1‐22, DETAIL OF UPPER HALF.

E017 PIER 2 PIER 2 INTERIOR Y Y Y D1‐25 E SPALLS AROUND UTILITY PENETRATION & 1/8" MAX. WIDE CRACKS IN E PIER WALL BTWN. N PIER WALL & B10.

E018 PIER 2 DECK SOFFIT
Y Y Y

D1‐26 UP LARGE SPALL WITH SEVERE & UP TO 100% SECTION LOSS OF TRANSV. REBAR IN DECK BTWN. N PIER WALL & B10 AT E PIER WALL.

E019 PIER 2 UTILITY Y D1‐27 S FAILED STEEL UTILITY HANGER SUPPORT NEAR E PIER WALL (12" DIA. WATERLINE).
F/B 12 AT SPANDREL WALL B DIAG CRACKS AT F/B PILASTER CORNER AND PERIMETER CRACKING IN F/B APPROX 3' FROM

E020 3 FLOORBEAM
Y

E1‐2 NW
F/B 12 AT SPANDREL WALL B ‐ DIAG. CRACKS AT F/B PILASTER CORNER AND PERIMETER CRACKING IN F/B  APPROX. 3' FROM 
PILASTER FACE.

E101 3 ARCH RIB B
Y

E2‐1 N
S FACE ‐ THREE LONGIT. CRACKS EXTENDING FROM TRANSV. CONSTR. JOINT, UP TO 1/8" WIDE, LONGEST CRACK IS APPROX. 3' LONG, 
BENEATH FB 25

E102 3 ARCH RIB B
Y Y

E2‐2 N
S FACE ‐ NARROW RANDOM CRACKING ADJACENT TO STAIR STEP CONSTR. JOINT. 15" MAX LENGTH, MINOR EFFLORESCENCE AT 
CONSTR. JOINT, BENEATH FB 27

E103 3 ARCH RIB A Y Y E2‐3 S N FACE ‐ NARROW RANDOM CRACKING ADJACENT TO CONSTR. JOINT.  NOTE MODERATE EFFLO. ADJACENT TO PIER FACE
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E104 3 PIER 3 EXTERIOR
Y

E2‐5 SW
BTWN. ARCH RIBS A‐B, 15' LONG MEDIUM VERT. CRACK INITIATES AT TRANSV. COLD JOINT & EXTENDS DOWN TO INTERSECTION OF 
ARCH FLOOR & E PIER FACE

E105 3 ARCH FLOOR Y E2‐6 SE TOP OF ARCH FLOOR APPROX. 1' N OF N FACE OF ARCH RIB A ‐ 5.5' MEDIUM VERT. CRACK

E106 3 DEBRIS E2‐7 S
HEAVY DEBRIS (DIRT, GARBAGE, BIRD WASTE @ BASE OF ARCH FLOOR AT E FACE OF PIER 3 ‐ DRAIN HOLE(S) NOT VISIBLE/LIKELY 
CLOGGED.

E107 3 ARCH FLOOR Y NO PHOTO TOP OF ARCH FLOOR BTWN. ARCH RIBS A‐B ‐ NARROW FULL WIDTH TRANSV. CRACK

E108 3 SPANDREL WALL ‐ A Y M2‐3 S 1/8" WIDE CRACK APPROX. 9" LONG ‐ N FACE SPANDREL WALL A, E OF FB 8

E109 3 ARCH FLOOR Y NO PHOTO FULL WIDTH NARROW TRANSVERSE CRACK IN TOP OF ARCH FLOOR BTWN. ARCH RIBS A‐B BELOW FB 2

E110 3 PIER 2 EXTERIOR Y E2‐8 SE NARROW 3' LONG VERT. CRACK ADJACENT TO N FACE OF ARCH A ‐ STARTS APPROX. 6' ABOVE ARCH FLOOR

E111 3 DEBRIS E2‐9 S
HEAVY DEBRIS (DIRT, GARBAGE, BIRD WASTE @ BASE OF ARCH FLOOR AT W FACE OF PIER 2 ‐ DRAIN HOLE(S) NOT VISIBLE/LIKELY 
CLOGGED. ALSO NOTE ORIGINAL FORMWORK REMAINING.E111 3 DEBRIS E2 9 S CLOGGED. ALSO NOTE ORIGINAL FORMWORK REMAINING.

E112 3 ARCH RIB A Y E2‐11 W 3' LONG & 2' LONG TRANSV. CRACKS & 3' LONG LONGIT. CRACK IN TOP FACE OF ARCH RIB A BELOW FB 1‐2

E113 PIER 2 FLOORBEAM
Y Y

E2‐12 NW
SW FB CANTILEVER AT PIER 2, WIDE VERT. CRACK IN DECK FASCIA EXTENDS THRU TOP FLANGE OF FB CANTILEVER.  NOTE MODERATE 
EFFLO. ON LOWER PORTION.

E114 PIER 2 PIER 2 EXTERIOR Y E2‐14 NE MEDIUM VERT. CRACK EXTENDS FROM PEAK OF CURVED INSET TO TOP OF DECK ON S FACE

E115 PIER 2 PIER 2 EXTERIOR
Y

NO PHOTO
S FACE OF PIER 2 HAS MODERATE DENSITY OF HAIRLINE‐NARROW CRACKING WITH MINOR EFFLORESCENCE, HONEYCOMBING, & 
RUST STAINING PATCHES

E116 PIER 2 SIDEWALK OVERHANG
Y Y

E2‐15 UP & N
8" DIA. DELAMINATION BTWN. CENTER FB CANTILEVERS & 2' X 3' PATCH BTWN. E FB CANTILEVERS IN DECK SOFFIT ADJACENT TO S 
FACE OF PIER 2

E117 PIER 2 PIER 2 EXTERIOR Y Y E2‐16 N 9" HIGH X 6" WIDE SPALL WITH EXPOSED REBAR, APPROX. 15' BELOW DECK, S FACE OF PIER 2

E118 PIER 2 PIER 2 EXTERIOR Y NO PHOTO MEDIUM HORIZ. CRACK, APPROX. 10' LONG EXTENDS FROM W CORNER ON S FACE, 30' BELOW DECK

E119 PIER 2 TYPICAL PHOTO E2‐17 UP & N TYPICAL OVERALL CONDITION OF PIER 2, S FACE

E120 PIER 2 PIER 2 EXTERIOR Y NO PHOTO THREE 3" DIA. POPOUTS NEAR PIER CENTERLINE AT FORM TIE LOCATIONS, 48' BELOW DECK

E121 PIER 2 PIER 2 EXTERIOR
Y

E2‐18 NE
FULL WIDTH BY APPROX. 3' HIGH PATCH (APPEARS ORIGINAL) IS BULGING OUTWARD APPROX. 1"‐2".  APPEARS DUE TO FAILING 
FORMWORK DURING ORIGINAL CONSTRUCTION.

E122 PIER 2 PIER 2 EXTERIOR Y NO PHOTO 2" DIA. POPOUT, 5' BELOW PATCHED AREA IN E121

E123 PIER 2 PIER 2 EXTERIOR Y E2‐19 UP & W WIDE VERT. CRACK EXTENDS FROM ACCESS DOOR UPWARD TO SPRINGLINE ON E FACE BTWN. ARCH RIBS B‐C

E124 PIER 2 PIER 2 EXTERIOR
Y Y

E2‐20 W
IRREGULARLY SHAPED DELAMINATION WITH MULTIPLE SMALL SPALLS AROUND ACCESS DOOR, DELAMINATION IS MAX. 4' WIDE & 
4.5' HIGH

E125 PIER 2 PIER 2 EXTERIOR Y Y E2‐21 UP & E MEDIUM‐WIDE VERT. CRACK ON W FACE OF PIER 2 BTWN. ARCH RIBS B‐C EXTENDS FROM GROUNDLINE TO SPRINGLINE

E126 3 RAILING/BARRIER
Y Y Y Y Y

E2‐24 SE
TYPICAL RAILING CONDITION ‐ LARGE PATCHES OF SEVERE SCALING WITH SPALLING, DELAMINATIONS, & CRACKING ‐ NOTE MORTAR 
PASTE COATING WHICH TYPICALLY WAS NOT APPLIED TO EXTERIOR FACE OF RAILING.  NEAR PIER 2, S RAILING

E127 3 DECK E2‐25 NW NEWER ASPHALT OVERLAY WITH MINOR RUTTING IN WHEEL LINES
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E128 3 SIDEWALK OVERHANG Y Y Y E2‐26 WSW S SIDEWALK IN SPAN 3 ‐ TYPICAL WIDE TRANSVERSE CRACKS IN TOP OF SIDEWALK AT SPORADIC LOCATIONS

E129 PIER 4 SIDEWALK OVERHANG
Y Y Y

E2‐28 NW
MULTIPLE PATCHES IN TOP OF SIDEWALK AT P4 EXP. JOINT.  NOTE UPWARD BULGING & CRACKING OF SIDEWALK SLAB (LIKELY DUE 
TO FREEZE/THAW HEAVING OF FILL BENEATH SIDEWALK CONCRETE) & 5" DEEP HOLE/SPALL

E130 PIER 4 RAILING/BARRIER Y Y Y E2‐29 S 2' LONG BY 1.5' HIGH SPALL WITH EXPOSED/CORRODED REBARS ON INSIDE FACE OF SIDEWALK BARRIER

E131 PIER 4 RAILING/BARRIER
Y

E2‐30 S
1/2" MAX. WIDE OPEN CRACK AT PIER 4 JOINT, BASE OF S RAILING (CRACK EXTENDS AROUND CORNER OF BALCONY OVERHANG ‐ SEE 
D306 FOR FURTHER DETAILS)

E132 PIER 5 SIDEWALK OVERHANG Y NO PHOTO WIDE CRACK FULL WIDTH OF SIDEWALK, E SIDE OF PIER 5

E133 6 RAILING/BARRIER E2‐31 E TYPICAL FASCIA RAILING

E134 6 RAILING/BARRIER E2‐32 SE
TYPICAL GAP BETWEEN BALLUSTERS & TOP RAILING.  NO DOWELS/MECHANICAL CONNECTION BETWEEN TOP OF BALLUSTERS & 
BOTTOM OF TOP RAIL

E135 PIER 6 RAILING/BARRIER Y E2‐33 S LARGE OPEN CRACK EXTENDING FROM DECK JOINT THROUGH CORNER BALLUSTER, S RAILINGE135 PIER 6 RAILING/BARRIER E2 33 S LARGE OPEN CRACK EXTENDING FROM DECK JOINT THROUGH CORNER BALLUSTER, S RAILING

E136 7 RAILING/BARRIER E2‐34 S BRIDGE PLAQUE ‐ S RAILING NEAR W END ABUTMENT

E137 6 SIDEWALK OVERHANG
Y

E2‐36 E N SIDEWALK ‐ TYPICAL, MULTIPLE CONCRETE PATCHES IN TOP OF SIDEWALK, NOTE VEGETATION GROWING THRU JOINTS/CRACKS

E138 6 RAILING/BARRIER E2‐37 W UP TO 7/8" GAP BETWEEN BALLUSTERS & TOP RAIL, N RAILING

E139 4 SIDEWALK OVERHANG
Y Y Y

E2‐38 N
TOP SIDEWALK SLAB (APPROX. 1 1/2" THICK) BULGING UPWARD WITH ADJACENT PATCH (LIKELY DUE TO FREEZE/THAW HEAVING OF 
FILL BENEATH)

E140 3 SIDEWALK OVERHANG Y Y Y E2‐39 W BULGING, CRACKING, PATCHES TYPICAL ‐ TOP OF N SIDEWALK

E141 3 DRAINAGE E2‐40 S & DN CLOGGED DRAIN GRATE ALONG N BARRIER LINE, TYP. ON N SIDE (S SIDE TYPICALLY LESS CLOGGED)

E301 3 ARCH RIB C Y E3‐1 W TOP OF ARCH RIB C, THREE NARROW‐MEDIUM LONGIT. CRACKS, UP TO 2' LONG

E302 3 ARCH RIB C Y NO PHOTO TOP OF ARCH RIB C, LONGIT. MEDIUM CRACK, 2' LONG, BELOW FB 2‐3

E303 3 ARCH RIB C Y NO PHOTO TOP OF ARCH RIB C, BELOW FB 1, 5' LONG MEDIUM‐WIDE CRACK ALONG CENTERLINE RIB

E304 3 ARCH RIB C
Y Y

E3‐2 WSW
1 FT. HIGH BY 8" WIDE SPALL WITH EXPOSED REBAR ON TRANSV. STRUT BTWN. ARCH RIBS C‐D, ADJACENT TO N FACE OF ARCH RIB C.  
SPALL IS ON E FACE OF SPANDREL STRUT

E305 3 ARCH RIB D
Y Y

E3‐3 N
CORNER DELAMINATION WITH SPALL IN S FACE, ARCH RIB D, BELOW FB 2‐3.  NOTE PIECE OF WOOD CAST IN CONCRETE AT SPALL 
LOCATION.

E306 3 ARCH RIB D Y Y NO PHOTO S FACE ARCH RIB D 3" DIA POPOUT WITH EXPOSED REBAR BELOW FB 2 NEAR TOP SURFACE OF RIBE306 3 ARCH RIB D Y Y NO PHOTO S FACE, ARCH RIB D, 3" DIA. POPOUT WITH EXPOSED REBAR, BELOW FB 2, NEAR TOP SURFACE OF RIB.

E307 3 ARCH FLOOR Y Y E3‐4 NNW BWTN. ARCH RIBS C‐D, TRANSV. MEDIUM‐WIDE CRACK FULL WIDTH OF ARCH FLOOR, BELOW FB 2.

E308 3 ARCH RIB D Y Y E3‐5 N S FACE, ARCH RIB D, 6" DIA. SPALL WITH EXPOSED REBAR AT END OF CRACK NOTED IN E307.

E309 3 ARCH RIB C
Y Y Y

E3‐6 S
1' DIA. DELAMINATION IN N FACE OF ARCH RIB C, LOCATED APPROX. 3' W OF PIER FACE WHERE TOP ARCH MEETS PIER FACE.  NOTE 
HORIZ. CRACK WITH EFFLO ADJACENT.

E310 3 ARCH RIB D Y Y E3‐7 N S FACE, ARCH RIB D AT TOP OF ARCH FLOOR, 8" BY 4" SPALL WITH EXPOSED REBAR, LOCATED BELOW FB 1
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E311 3 DEBRIS E3‐8 N HEAVY DEBRIS BUILD‐UP (INCL. OLD STEEL WATER LINE SECTIONS) AT BASE OF ARCH FLOOR/W FACE PIER 2 BTWN. ARCH RIBS C‐D

E312 3 FLOORBEAM
Y

E3‐9 W
E FACE OF FB 12 AT N FACE OF ARCH RIB C ‐ MEDIUM DIAGONAL CRACK EXTENDS FROM FB‐PILASTER CORNER, TYP. FB 8‐20 ALONG N 
FACE OF ARCH RIB C.

E313 3 ARCH RIB C Y E3‐10 SE TRANSV. SPANDREL STRUT, W FACE, SEVERE HONEYCOMBING, UP TO 1/2" DEEP BTWN. ARCH RIBS C‐D BELOW FB 24

E314 3 ARCH RIB C Y E3‐11 S N FACE, ARCH RIB C ‐ THREE LONGIT. CRACKS EXTEND FROM C.J. BELOW FB 25, 18" MAX. LONG

E315 3 ARCH RIB D
Y Y

E3‐12 N
S FACE, ARCH RIB D ‐ 15" LONG NARROW CRACK WITH EVIDENCE OF LEAKAGE, EXTENDS DOWN FROM TOP SURFACE.  SHALLOW, 
SMALL DELAMINATION IS DEVELOPING ADJACENT TO CRACK, UNDER FB 26

E316 3 ARCH FLOOR Y Y NO PHOTO FULL WIDTH NARROW‐MEDIUM CRACK ACROSS TOP OF FLOOR BTWN. ARCH RIBS C‐D

E317 3 ARCH RIB D Y E3‐13 N S FACE, ARCH RIB D, NARROW DIAG. CRACK FOLLOWS STAIR STEP CONSTR. JOINT, APPROX. 4'‐8" LONG, BELOW FB 27

E318 3 ARCH FLOOR
Y

E3‐15 UP & E
13' LONG MEDIUM VERTICAL CRACK ON TOP OF ARCH FLOOR BTWN. ARCH RIBS C‐D, APPROX. 1'‐2' S OF ARCH RIB D.  CRACK STARTS 
APPROX. 4' FROM PIER FACE‐FLOOR JUNCTURE

E319 3 PIER 3 EXTERIOR Y E3‐16 W & DN WIDE VERT. CRACK IN E FACE OF PIER 3 AT MID‐DISTANCE BTWN. ARCH RIBS C‐D, APPROX. 25' LONG

E319 3 PIER 3 EXTERIOR Y E3‐17 W & UP WIDE VERT. CRACK IN E FACE OF PIER 3 AT MID‐DISTANCE BTWN. ARCH RIBS C‐D, APPROX. 25' LONG

E320 3 ARCH RIB C
Y

E3‐18 W
MULT. LONGIT. NARROW CRACKS EXTENDING FROM TRANSV. CONSTR. JOINT, MAX. 2' LONG, BELOW FB 25 ON ARCH RIB C.  SIMILAR 
CRACKS TYPICAL ALONG ARCH RIBS C & D FROM SPANDREL COLUMN TO PIER FACE

E321 3 ARCH RIB C

Y Y

E3‐19 DN & E
1' LONG BY 6" WIDE SPALL AT TOP CORNER OF ARCH RIB C, S FACE, APPROX. 3' E OF  PIER 3 E FACE.  NOTE VERY ROUGH/POORLY 
FINISHED CONCRETE ADJACENT TO SPALL WITH SCALING.

E322 3 SPANDREL COLUMN ‐ D Y E3‐20 E W FACE OF SPANDREL COLUMN AT FB 24, ARCH RIB D ‐ NARROW VERT. CRACK APPROX. 6' ALONG CENTERLINE

E323 3 ARCH RIB D Y NO PHOTO TOP OF ARCH RIB D BELOW FB 25, MULTIPLE NARROW CRACKS (SIMILAR TO E320).

E324 3 SPANDREL COLUMN ‐ D
Y Y Y

E3‐22 N
SPALL WITH EXPOSED AND CORRODING REBAR AT SE CORNER OF SPANDREL COLUMN D AT FB 24 ‐ SPALL IS 8" WIDE ON E FACE & 6" 
WIDE ON S FACE, APPROX. 1.5' H MAX.  1/8" LOSS ON VERT. REBAR

E325 3 SPANDREL COLUMN ‐ D
Y Y Y Y

E3‐23 W
SPALL & ADJACENT 8" WIDE DELAM. WITH EXPOSED & CORRODING REBAR AT NE CORNER OF SPANDREL COLUMN D AT FB 24 ‐ SPALL 
IS 8" WIDE N FACE & 18" MAX. WIDE E FACE, APPROX. 22" H MAX. WITH APPROX. 1/8" SECT. LOSS ON VERT. REBAR

E326 3 ARCH RIB D Y NONE BTWN FB 20‐24, TOP OF ARCH RIB D, TYPICAL RANDOM NARROW CRACKS ON TOP SURFACE

E327 PIER 2 PIER 2 INTERIOR E3‐25 DOWN/S TYPICAL OVERALL ARCH LINE A & B ARE STEPPED ACROSS TOP, TYPICAL OF ALL ARCHES

E328 PIER 2 DEBRIS E3‐26 NORTH MODERATE DEBRIS BUILDUP & FORM TIES TYP THROUGHOUT. WATER DAMAGE PRESENT INSIDE EAST FACE

E329 PIER 2 PIER 2 INTERIOR E3‐VIDEO1‐P2 MOVIE OF PIER 2 INTERIOR FROM TOP ARCH C

E329 PIER 2 PIER 2 INTERIOR E3‐VIDEO2‐P2 MOVIE OF PIER 2 INTERIOR FROM TOP ARCH C

E330 PIER 2 PIER 2 INTERIOR E3‐27 UP/WEST
CLOSED DRAINAGE SYSTEM RUNS DOWN LADDER, 20' SECTION OF RUPTURED DRAIN PIPE (LIKELY DUE TO CLOGGING & 
FREEZE/THAW DAMAGE)
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PHOTO 
LOOKING

DESCRIPTION/COMMENT

E331 PIER 2 PIER 2 INTERIOR Y Y E3‐34 EAST 10"W X 6"H SPALL WITH EXPOSED REBAR 40' BELOW TOP OF PIER UNDER ARCH RIB C

E332 PIER 2 PIER 2 INTERIOR
Y Y Y

E3‐32 UP
UNDERSIDE OF UPPER CHAMBER FLOOR/SLAB ABOVE ARCH RIBS C & D ‐ DIAG. CRACKS WITH EFFLO. IN SE & SW CORNERS & 
MULTIPLE SPALLS WITH EXPOSED & CORRODING REBAR

E333 PIER 2 PIER 2 INTERIOR
Y Y Y

E3‐33 UP
UNDERSIDE OF UPPER CHAMBER FLOOR/SLAB ABOVE ARCH RIBS A & B ‐ MINOR EFFLO. CRACKING & SPORADIC SPALLS WITH 
EXPOSED/CORRODED REBAR

E334 PIER 2 PIER 2 INTERIOR
Y

NO PHOTO
HVY. EFFLORESCENCE AT TRANSV. CONSTR. JOINTS BTWN. ARCH RIBS B‐C ON INTERIOR FACE OF W WALL FROM TOP OF ARCHES 
DOWN TO TOP FOOTING, PIER 2

E335 PIER 2 PIER 2 INTERIOR Y NO PHOTO 3' x 1' PATCH OF HONEYCOMBING ON E WALL INTERIOR FACE, JUST S OF ARCH RIB C NEAR TOP ARCH FACE

E336 PIER 2 PIER 2 INTERIOR E3‐29 DOWN/E LOWER CHAMBER IN PIER 2, LOOKING AT ACCESS DOOR ON EAST INTERIOR FACE AND TRAPPED WATER AND DEBRIS.

E337 PIER 2 PIER 2 INTERIOR E3‐30 DOWN/W LOWER CHAMBER IN PIER 2, LOOKING AT TRAPPED WATER AND DEBRIS ALONG W INTERIOR FACE

E400 2 PIER 2 EXTERIOR
Y

M4‐1 WEST LARGE DELAMS ON UPPER PORTIONS OF PIER 2, EAST FACE BTWN ARCH A & B.E400 2 PIER 2 EXTERIOR M4 1 WEST LARGE DELAMS ON UPPER PORTIONS OF PIER 2, EAST FACE BTWN ARCH A & B.  
E401 2 PIER 2 EXTERIOR Y M4‐2 WEST LARGE DELAMS ON UPPER PORTIONS OF PIER 2, EAST FACE BTWN ARCH A & B.  
E402 2 PIER 2 EXTERIOR Y M4‐3 WEST TYPICAL LONGITUDINAL PIER BEAM BLOCKOUT ON EAST FACE, HONEYCOMBING TYPICAL

E403 2 PIER 2 EXTERIOR Y Y Y M4‐4 SW NE CORNER OF SPANDREL WALL ARCH A, 30"H X 16"W MAX DELAM WITH CRACKS, SPALLS AND EXPOSED REBAR. APPROX 1/8" S.L.

E404 2 PIER 2 EXTERIOR Y NONE NOTE SIMILAR TO THAT OF E403. DELAM ONLY AND LESS SEVERE

E405 2 PIER 2 EXTERIOR
Y Y

M4‐5 UP/WEST
EAST FACE OF PIER 2 BTWN ARCH A & B, APPROX 4' SOUTH OF ARCH B,  LARGE DELAM WITH 4' X 1' SPALL.  MUCH OF DELAM IS 
INCIPIENT 

M001
EAST 

APPROACH TYPICAL PHOTO M1‐01 SCC CUTTING OPENING IN SOUTH CURTAIN WALL IN EAST APPROACH

M001
EAST 

APPROACH TYPICAL PHOTO M1‐02 SCC CUTTING OPENING IN SOUTH CURTAIN WALL IN EAST APPROACH

M101
EAST 

APPROACH FLOORBEAM
Y Y Y Y Y Y Y

D2‐07
MAJOR SPALLED AREA WITH EXPOSED BOTTOM BARS ON FLOORBEAM WHERE EAST APPROACH MEETS SPAN 1 OF ARCH.  WATER 
LEAKING THROUGH JOINT ABOVE

M102
EAST 

APPROACH FLOORBEAM Y Y Y NO PHOTO WATER LEAKAGE THOUGH JOINT, EFFLORESCENCE, RUST STAINING IN MEMBERS IN THIS AREA

M103
EAST 

APPROACH DECK SOFFIT
Y Y

D2‐08
NORTH OF BEAM 10 ALONG PIPE CHASE, LONGITUDINAL CRACK THE ENTIRE LENGTH, SOME EXPOSED BARS AT ENDS, EXTENDS 
DOWN FACE OF EAST WALL TOO

EAST  Y Y Y JUST SOUTH OF BEAM 10, IN MIDDLE OF SPAN, TWO SPALLS WITH EXPOSED REBAR.  ASSUME 1/16" DIA LOSS TO BARS.  SPALLS 
M104 APPROACH DECK SOFFIT

Y Y Y
D2‐09 MEASURE 1' SQ EACH

M301 3 SPANDREL WALL ‐ D Y M3‐01 NE S FACE.  MINOR EFFLORESCENCE DEPOSITS

M302 3 SPANDREL WALL ‐ D
Y Y

M3‐02 S FACE. 4" DIA SPALL WITH EXPOSED BAR.  EAST FACE OF PILASTER BELOW FLOORBEAM 10

M303 3 FLOORBEAM
Y Y

M3‐03
2' LONG X 3" WIDE DELAM ON BOTTOM WEST EDGE OF FLOORBEAM 12, 3' SOUTH OF SPANDREL WALL D.  ALSO HONEYCOMBING IN 
AREA.
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PHOTO(S)
PHOTO 
LOOKING

DESCRIPTION/COMMENT

M304 3 FLOORBEAM Y M3‐04 EFFLORESCENCE ALONG JOINT ON E SIDE OF FLOORBEAM 12 BTWN RIB C & D

M305 3 FLOORBEAM
Y Y Y

M3‐05
NARROW CRACKS WITH RUST STAINING AND EFFLORESCENCE IN FLOORBEAM 12 AT MIDSPAN BTWN RIBS C & D.  CRACKS ON BOTH 
SIDES OF BOTTOM FACE.

M306 3 SPANDREL WALL ‐ D
Y Y Y Y

M3‐06
S. FACE SPANDREL WALL D, BELOW FLOORBEAM 16, W FACE OF PILASTER.  10" H X 5" W SPALL WITH EXPOSED BAR WITH 1/16" DIA 
LOSS.  DELAMINATED AREA MEASURING 1' SQ JUST BELOW THE SPALL.  NOTE PLUGGED DRAIN PIPE IN PHOTO.

M307 3 FLOORBEAM
Y Y

NO PHOTO EFFLORESCENCE ALONG JOINT AT FLOORBEAM 16 BTWN SPANDRAL WALLS C&D.

M308 3 SPANDREL WALL ‐ D
Y

M3‐07 S FACE OF SPANDREL WALL D, PILASTER BELOW FLOORBEAM 17 AT TOP OF RIB D ‐ SPALL MEASURING 6" H X 8" W IN SE CORNER

M309 3 FLOORBEAM
Y Y Y Y

M3‐08
FLOORBEAM 16 BTWN SPANDREL WALLS C&D, APPROX 5' FROM SPANDREL WALL D, 8" DIA SPALL WITH EXPOSED BAR WITH 1/16 DIA 
LOSS.  NOTE ‐ VERY SHALLOW COVER WAS OVER BAR.

M310 3 FLOORBEAM
Y Y Y

NO PHOTO
FLOORBEAM 16 AT APPROX 5' FROM SPANDREL WALL D, ON E FACE OF FLOORBEAM, 1' SQ AREA OF EFFLORESCENCE, RUST STAINING 
AND RANDOM NARROW CRACKS.

M400
WEST 

APPROACH FLOORBEAM
Y Y Y Y Y Y Y Y

D4‐36 N
IN FLOORBEAM OVER COLUMN LINE 1 ‐ SPALLS AT BEAM BEARINGS.  ALSO, SPALLS, DELAMINATIONS, CRACKS, RUST STAINING, JOINT 
LEAKAGE AND EXPOSED BARS WITH SECTION LOSS IN FLOORBEAM

M400
WEST 

APPROACH FLOORBEAM
Y Y Y Y Y Y Y Y

D4‐37 N
IN FLOORBEAM OVER COLUMN LINE 1 ‐ SPALLS AT BEAM BEARINGS.  ALSO, SPALLS, DELAMINATIONS, CRACKS, RUST STAINING, JOINT 
LEAKAGE AND EXPOSED BARS WITH SECTION LOSS IN FLOORBEAM

M401
WEST 

APPROACH FLOORBEAM
Y Y Y Y Y Y Y

D4‐38 N
SPALLING AND BARS WITH SECTION LOSS (ESTIMATED AT 1/8" DIA LOSS) ON BOTTOM OF FLOORBEAM AT COLUMN LINE 1, FULL 
WIDTH ON BOTTOM OF FLOORBEAM

M401
WEST 

APPROACH FLOORBEAM
Y Y Y Y Y Y Y

C4‐48 UP
SPALLING AND BARS WITH SECTION LOSS (ESTIMATED AT 1/8" DIA LOSS) ON BOTTOM OF FLOORBEAM AT COLUMN LINE 1, FULL 
WIDTH ON BOTTOM OF FLOORBEAM

M402
WEST 

APPROACH DECK SOFFIT
Y Y Y Y Y Y Y

C4‐49 UP TRANSVERSE CRACK, SPALLS AND EXPOSED BARS WITH SECTION LOSS INSIDE WEST APPROACH CHAMBER

M402
WEST 

APPROACH DECK SOFFIT
Y Y Y Y Y Y Y

C4‐51 UP TRANSVERSE CRACK, SPALLS AND EXPOSED BARS WITH SECTION LOSS INSIDE WEST APPROACH CHAMBER

M403
WEST 

APPROACH DECK SOFFIT
Y Y Y Y Y Y Y

C4‐50 UP TRANSVERSE CRACK, SPALLS AND EXPOSED BARS WITH SECTION LOSS INSIDE WEST APPROACH CHAMBER

M404 7 SPANDREL WALL ‐ A
Y Y Y

D4‐41 SE SPALL AND EXPOSED  BARS WITH APPROXIMATELY 50% SECTION LOSS IN PILASTER UNDER FLOORBEAM IN SPANDREL WALL A

M405 7 FLOORBEAM Y Y Y D4‐42 SE
SPALL WITH EXPOSED BARS IN BOTTOM FACE OF FLOORBEAM.  ESTIMATE UP TO 1/8  DIA LOSS TO BARS.  SPALL EXTENDS APPROX 
HALF THE LENGTH OF THE FLOORBEAM BTWN SPANDREL WALLS A & B

M406 PIER 4 BEAM Y Y Y M4‐07 W
INTERIOR OF PIER 4, BEAM 1 BOTTOM FACE, HEAVY SPALLING WITH EXPOSED LONGITUDINAL REBAR.  UP TO 1/4" THICKNESS 
REMAINING IN BAR

M406 PIER 4 BEAM Y Y Y M4‐08 S BEAM 1, N FACE, SEVERE LOSS TO BARS

M407 PIER 4 DECK SOFFIT
Y Y Y

M4‐09 E BTWN BEAMS 1 & 2, 3' X 3' SPALL WITH UP TO 100% LOSS TO BOTTOM BARS IN DECK SLAB.

M408 PIER 4 PIER WALL Y Y Y Y Y Y Y M4‐10 W WIDE CRACK IN WEST WALL INTERIOR OF PIER 4 WITH LARGE ADJACENT DELAMINATIONS, SPALLS AND HEAVY EFFLORESCENCE

M409 PIER 6 BEAM Y Y Y M4‐12 NW LARGE SPALL ON UNDERSIDE OF BEAM 1. SHEAR STIRRUPS AND LONGITUDINAL BARS HAVE SEVERE LOSS TO 100%
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PHOTO 
LOOKING

DESCRIPTION/COMMENT

M410 PIER 6 PIER WALL Y Y Y Y M4‐13 W MULTIPLE WIDE DIAGONAL CRACKS WITH ADJACENT DELAMINATIONS, SPALLS IN WEST WALL

M411 PIER 6 DECK SOFFIT Y Y Y M4‐15 SE BTWM BEAM 1& 2, LARGE SPALL WITH MULTIPLE BARS WITH 100% SECTION LOSS

M412 4 TYPICAL PHOTO Y Y Y Y Y D4‐20 S
BTWN C & D ARCH RIBS, N SIDE, MIDDLE OF SPAN TO PIER 4, CONCRETE APPEARS TO BE IN POOR CONDITION OVERALL IN THIS AREA 
WITH MANY DELAMINATIONS, SPALLS, AND EXPOSED BARS.  ALSO, LONG VERTICAL CRACK ON PIER 4 SPANDREL PILASTER AT ARCH 

NONE PIER 2 PIER 2 INTERIOR NO PHOTO
CORRODED FORM TIES, MINOR HONEYCOMBING PATCHES & WATER STAINING AT CONSTR. JOINTS   TYPICAL THROUGHOUT 
INTERIOR WALLS, PIER 2

NONE 3 ARCH RIB A D1‐33 W NORTH FACE OF ARCH RIB A

NONE 3 ARCH RIB B D1‐02 W SOUTH FACE OF ARCH RIB B

NONE 3 TYPICAL PHOTO D1‐03 E BTWN  ARCH RIB A & B

NONE 3 TYPICAL PHOTO D1‐04 W BTWN ARCH RIB A & B

NONE PIER 2 TYPICAL PHOTO D4‐03 W LOOKING UP AT EAST FACE OF PIER 2

NONE PIER 2 TYPICAL PHOTO D4‐04 W LOOKING UP AT EAST FACE PIER 2

NONE PIER 2 TYPICAL PHOTO D4‐05 W
CRACK REFERENCED IN NOTE E123.  VERTICAL CRACK STARTS AT ARCH SPRING LINE ON EAST FACE PIER 2 AND EXTENDS TO THE 
GROUND

NONE 1 TYPICAL PHOTO D4‐06 N OVERVIEW SPAN 1

NONE
EAST 

ABUTMENT TYPICAL PHOTO D4‐07 E EROSION AT EAST ABUTMENT

NONE 1 TYPICAL PHOTO D4‐08 E GENERAL UNDERVIEW SPAN 1

NONE 1 TYPICAL PHOTO D4‐09 S OVERVIEW SPAN 1

NONE 2 TYPICAL PHOTO D4‐10 W GENERAL UNDERVIEW SPAN 2

NONE 2 TYPICAL PHOTO D4‐11 S OVERVIEW SPAN 2

NONE 2 TYPICAL PHOTO D4‐12 N OVERVIEW SPAN 2

NONE 3 TYPICAL PHOTO D4‐13 NW GENERAL UNDERVIEW SPAN 3

NONE 3 TYPICAL PHOTO D4‐14 N OVERVIEW SPAN 3

NONE 3 TYPICAL PHOTO D4‐15 S OVERVIEW SPAN 3

NONE 4 TYPICAL PHOTO D4‐16 S OVERVIEW SPAN 4

NONE 4 TYPICAL PHOTO D4‐17 W GENERAL UNDERVIEW SPAN 4

NONE 4 TYPICAL PHOTO D4‐18 N OVERVIEW SPAN 4

NONE 5 TYPICAL PHOTO D4‐21 S OVERVIEW SPAN 5
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DESCRIPTION/COMMENT

NONE 5 TYPICAL PHOTO D4‐22 E GENERAL UNDERVIEW SPAN 5

NONE 5 GENERAL NOTE NO PHOTO IN ARCH D OF SPAN 5, MANY AREAS OF DELAMINATIONS, SPALLS, AND EXPOSED BARS.  PATCHED AREAS ARE ALSO FAILING.

NONE 5 TYPICAL PHOTO D4‐23 N OVERVIEW SPAN 5

NONE 6 TYPICAL PHOTO D4‐24 N OVERVIEW SPAN 6

NONE 6 TYPICAL PHOTO D4‐25 W GENERAL UNDERVIEW SPAN 6

NONE 6 TYPICAL PHOTO D4‐26 S OVERVIEW SPAN 6

NONE 7 TYPICAL PHOTO D4‐27 S OVERVIEW SPAN 7

NONE 7 TYPICAL PHOTO D4‐28 SE GENERAL UNDERVIEW SPAN 7

NONE 7 TYPICAL PHOTO D4‐30 N OVERVIEW SPAN 7

NONE PIER 4 GENERAL NOTE M4‐11 S 6" DIA HOLE THRU UPPER CHAMBER FLOOR SLAB AT S. FACE

NONE PIER 6 DECK SOFFIT
Y Y Y

M4‐14 SW MULTIPLE SPALLS AND 100% SECTION LOSS IN BOTTOM REBAR IN DECK SOFFIT

NONE
WEST 

APPROACH TYPICAL PHOTO D4‐39 INTERIOR OF WEST APPROACH

NONE
WEST 

APPROACH TYPICAL PHOTO D4‐40 INTERIOR OF WEST APPROACH

NONE
EAST 

APPROACH GENERAL NOTE NO PHOTO
MUCH FORMWORK STILL IN PLACE IN APPROACH CHAMBER.  DEBRIS AND TRASH IN CHAMBER.  GENERALLY, CONCRETE CONDITIONS 
ARE CONSISTENT WITH THOSE FOUND IN SPAN 3

NONE PIER 2 ACTION PHOTO M3‐18 ACTION SHOTS ‐ PIER 2 RAPPEL

PIER 2 ACTION PHOTO ACTION SHOTS PIER 2 RAPPELNONE PIER 2 ACTION PHOTO M3‐19 ACTION SHOTS ‐ PIER 2 RAPPEL

NONE PIER 2 ACTION PHOTO M3‐20 ACTION SHOTS ‐ PIER 2 RAPPEL

NONE PIER 2 ACTION PHOTO M3‐21 ACTION SHOTS ‐ PIER 2 RAPPEL

NONE PIER 2 ACTION PHOTO M3‐22 ACTION SHOTS ‐ PIER 2 RAPPEL

NONE PIER 2 ACTION PHOTO M3‐23 ACTION SHOTS ‐ PIER 2 RAPPEL

NONE PIER 2 ACTION PHOTO M3‐26 ACTION SHOTS ‐ PIER 2 RAPPEL
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PHOTO(S)
PHOTO 
LOOKING

DESCRIPTION/COMMENT

NONE PIER 2 ACTION PHOTO M3‐27 ACTION SHOTS ‐ PIER 2 RAPPEL

NONE PIER 2 ACTION PHOTO M3‐28 ACTION SHOTS ‐ PIER 2 RAPPEL

NONE 3 ARCH SOFFIT C2‐24 E TYPICAL CONDITION OF ARCH SOFFIT, ARCH A‐B

NONE 3 ARCH SOFFIT C2‐25 E TYPICAL CONDITION OF ARCH SOFFIT

NONE 3 ARCH SOFFIT C2‐26 W TYPICAL CONDITION OF ARCH SOFFIT

NONE ACTION PHOTO C2‐51

NONE ACTION PHOTO C3‐15 SCENERY

NONE ACTION PHOTO C3‐16 SCENERY

NONE 3 ARCH SOFFIT C3‐53 W GENERAL CONDITION PHOTO

NONE 3 ARCH SOFFIT C3‐54 W GENERAL CONDITION PHOTO, NORTH ARCH

NONE 3 ARCH SOFFIT C3‐55 E GENERAL CONDITION PHOTO

NONE 3 ARCH SOFFIT C3‐56 E GENERAL CONDITION PHOTO, NORTH ARCH

NONE ACTION PHOTO C3‐64

NONE ACTION PHOTO C3‐65

NONE ACTION PHOTO C3‐66

NONE 3 PIER 3 EXTERIOR C3‐96 E FACE BTWN SPANDREL ARCHES C&D

NONE 3 PIER 3 EXTERIOR C3‐97 E FACE BTWN SPANDREL ARCHES C&D

NONE PIER 2 PIER 2 EXTERIOR M3‐32 LOOKING UP AT N FACE PIER 2 FROM GROUND

NONE 3 DECK SOFFIT C1‐11 TYPICAL FLOORSYSTEM AT PIER 3 EXTERIOR EAST FACE BTWN ARCH RIBS A& B AND B&C

NONE PIER 3 PIER 3 EXTERIOR Y C1‐16 MAJOR SEEPAGE BTWN ARCH RIBS B & C ON EAST FACE OF PIER 3

NONE PIER 3 TYPICAL PHOTO C1‐20 TYPICAL PIER 3 CONCRETE CONDITION, MINOR HONEYCOMBING

NONE DECK SOFFIT C1‐27 TYPICAL FLOOR SYSTEM BETWEEN ARCH RIBS B & C, AT FLOOR BEAMS 27 & 28

NONE 3 SPANDREL ARCH ‐ A
Y

C1‐50 MULTIPLE DELAMINATIONS IN END OF SPANDREL ARCH A

NONE PIER 2 UTILITY D1 23 WSW MULTIPLE UTILITIES AT PIER 2 BTWN B8 B9NONE PIER 2 UTILITY D1‐23 WSW MULTIPLE UTILITIES AT PIER 2, BTWN. B8‐B9.

NONE 3 ACTION PHOTO M2‐1 ACTION

NONE 3 ACTION PHOTO M2‐2 ACTION

NONE 3 ARCH FLOOR Y E2‐4 E
/ /

MULTIPLE HONEYCOMBING PATCHES.

NONE 3 GENERAL NOTE NO PHOTO
STEEL FORM TIES WITH RUST STAINING PREVALENT ON MOST ARCH RIBS & PIER FACES ‐ ALSO SOME ORIGINAL FORM BOARDS 
REMAIN IN PLACE AT RANDOM LOCATIONS.
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PHOTO(S)
PHOTO 
LOOKING

DESCRIPTION/COMMENT

NONE 3 TYPICAL PHOTO
Y

E2‐10 W
TYPICAL OVERALL PHOTO ARCH FLOOR BTWN. ARCH RIBS A‐B & FB 1‐4.  NOTE TYPICAL ROUGH/POOR FORMWORK/FINISHING AND 
MULTIPLE HONEYCOMBING PATCHES.

NONE 3 ACTION PHOTO E2‐13 W HALF CELL TESTING ON SPANDREL WALL A, SPAN 3

NONE 3 TYPICAL PHOTO E2‐22 UP & NW OVERALL SPAN 3
NONE 3+ TYPICAL PHOTO E2‐23 NW OVERALL PIER 3 & BEYOND

NONE 4 TYPICAL PHOTO E2‐27 NW TYPICAL OVERALL DECK & SIDEWALK BARRIERS ‐ NOTE POURED MASTIC SEAL ALONG REFLECTIVE ASPHALT CRACKING AT DECK JOINT

NONE ‐ TYPICAL PHOTO E2‐35 ESE NORTH ELEVATION ‐ OVERALL

NONE 3 TYPICAL PHOTO E3‐14 E OVERALL ‐ BTWN. ARCH RIBS C‐D & FB 24‐27

NONE 3 ACTION PHOTO M3‐9 HALF CELL TESTING & INSPECTION ON ARCH RIB C, SPAN 3

NONE 3 TYPICAL PHOTO Y Y E3‐21 E & UP
, ,

CRACKING, & STEEL FORM TIES LEFT IN PLACE

NONE 3 PIER 3 EXTERIOR E3‐24 SW GENERAL OVERALL PHOTO

NONE PIER 2 PIER 2 INTERIOR Y E3‐28 UP/NORTH TYP PHOTO BETWEEN ARCH RIBS B & C

NONE PIER 2 PIER 2 INTERIOR E3‐31 SOUTH TYP PHOTO LOOKING ACROSS ARCH RIBS A & B, NOTE OLD TIMBER SAFETY FENCE REMAINS ATOP A&B
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	EXECUTIVE SUMMARY
	SCOPE OF INSPECTION
	The data for this Bridge Inspection Report was obtained on September 26 through October 1, 2011.  B&N’s inspection team members were as follows:
	Figure 2 – General Nomenclature
	INSPECTION FINDINGS
	The following outline provides a brief summary of condition observations made regarding the various primary elements and locations on the bridge.  The complete set of field notes is tabulated in Appendix A.  The “ID” column of the table corresponds to...
	DECK:
	Deck Soffit
	The soffit of the deck in Span 3 exhibits localized areas of spalling with exposed reinforcing steel, delaminations, and cracking.  Much of the deterioration of embedded reinforcing steel has been prompted by prolonged exposure to deck drainage combin...
	/
	Photo C4-38 (ID C325) –  Soffit between west face of Pier 2 and Floorbeam 1 in Span 3, 5’ x 5’  area of spalling, delamination and exposed rebar, 3/8” diameter remaining on rebar.
	Similar areas of deterioration were noted on the soffit beneath the sidewalk overhang.  One of the most pronounced areas of soffit deterioration was noted along the edge of the deck between Floorbeams 18 and 19 on the south edge.  It consisted of a de...
	/
	Photo C2-03 (ID C101) – Deterioration between Floorbeams 18 and 19 along south overhang in Span 3.
	However, typically the underside of the deck was found to be in satisfactory condition with only minimal deficiencies in locations away from joints or the perimeter of the bridge.  Where spalls were noted, they were typically very small, localized and...
	Sidewalk
	The concrete sidewalk is in fair to poor condition and exhibits localized areas of bulging and cracking likely due to freeze/thaw heaving of the fill beneath the sidewalk.  Patched areas are typical throughout.
	Railing/Barrier
	Ornamental bridge rail is located along the exterior edges of the sidewalk. Jersey-type barrier is located between the sidewalk and the roadway.  The ornamental rail is in generally poor condition with large patched areas, severe scaling, spalling, de...
	./
	Photo C3-61 (ID C244) -  North exterior rail between Floorbeams 16 & 18, Span 3, wide horizontal cracks in rail both above and below balusters.
	Additionally, a gap of up to 7/8 in. was noted between the top of each baluster and the top rail.  No dowels or other mechanical connection were noted in these areas between the baluster and the top rail.  No significant deficiencies or deterioration ...
	Wearing Surface
	The wearing surface is generally in good condition and consists of an asphalt overlay with minor rutting in the wheel lines.  Presently, there are two layers of asphalt over the original concrete deck and trolley lines.  The lower layer is punky, fria...
	SUPERSTRUCTURE
	Floorbeams/Beams
	Like the deck soffit, floorbeams exhibited localized areas of spalling with exposed reinforcing steel, delaminations, mineral deposits and cracking.  The most significant areas of deterioration were typically found adjacent to the control joints.  Tra...
	/
	Photo C3-90 (ID C257) - Span 3, Floorbeam 24 between arch rib lines C & D.  Entire bottom face is delaminated.  Extensive evidence of rust staining and seepage through joint.
	/
	Photo C4-42 (ID C330) –  Span 3, Floorbeam 4 at midspan between Spandrel Arches A & B, 4’ long x full width x 3” deep delaminated area with spalling.  Multiple spalls and delaminations at midspan also noted.  Exposed bars in photo have up to 1/8” loss...
	Inside the piers, the transverse floorbeams found in the spans are replaced by longitudinal concrete beams that support the deck slab over the piers.  These beams exhibited significant deterioration due to years of exposure to deck drainage.  Beams wi...
	/
	Photo D1-20 (ID E013) – Full length spall on bottom face of Beam 10 in Pier 2.  1/8” section loss to bottom bars and stirrups.
	Moisture is readily available to promote deterioration of embedded reinforcing steel as evidenced by leaking drains and joints and extensive efflorescence deposits.
	/
	Photo D1-10 (ID E008) – West end of Beam 1 inside Pier 2, note heavy leakage through scupper pan, extensive rust staining, and efflorescence on concrete beam.
	The deterioration present on the beams inside the piers has likely resulted in reduced structural capacity of these members.  Removal of traffic from the outer lanes above these areas suggests that this condition has been considered by the bridge owners.
	Another condition that was frequently noted was the presence of narrow diagonal cracks in the floorbeam ends above the pilasters at Spandrel Walls B & C.  This condition was noted primarily in Floorbeams 8 – 20.
	/
	Photo E1-03 (ID E004) –  Narrow diagonal cracks at pilaster-floorbeam intersection. Typical both web faces. No exposed bars, leakage or rust staining.
	Floorbeam Cantilevers
	Beneath the sidewalk, floorbeam cantilevers support the deck slab. These members exhibited localized cracking, spalling and delaminations.  Deterioration appeared slightly more pronounced along the north elevation of the bridge.  Section loss to expos...
	/
	Photo C2-22 (ID C121) –  South sidewalk overhang at Floorbeam 8.  Evidence of leakage through joint and 6” dia. delaminated area.
	Spandrel Arches & Spandrel Walls
	In Span 3, the spandrel arches are located from Floorbeam 8 to the face of Pier 2 and from Floorbeam 20 to the face of Pier 3.  The spandrel walls run from Floorbeam 8 to Floorbeam 20.
	Large areas of deterioration were typically found on the spandrel arch soffits along the corners.  Additionally, frequent cracking was also noted in these areas suggesting the occurrence of corrosion of the embedded steel reinforcing.
	/
	Photo C3-70 (ID C247) –  Span 3, Spandrel Arch D, between Floorbeams 20 & 22.  Large delaminated  areas with exposed bars and rust staining on both corners.  Typical at symmetrical locations.
	Localized delaminated areas and spalls were also noted in the vertical wall faces of the spandrel arches and spandrel walls.
	/
	Photo C3-43 (ID C233) –  Span 3, Spandrel Wall D between Floorbeams 8 & 9.  Multiple localized delaminated areas and spalls, some with exposed reinforcing steel.  Bars exhibit up to 1/16” section loss. Also note corrosion on steel utility bracket.
	/
	Photo C4-17 (ID C311) –  Span 3, Spandrel Arch A soffit, between Floorbeams 2 & 3.  5’ H x 4’ W x 4” D delaminated area with spalls and exposed reinforcing steel.  Bars exhibit approximately 3/16” section loss maximum.
	/
	Photo C2-45 (ID C136) –  Span 3, Spandrel Arch A, below Floorbeam 8.  5’ tall spall along corner, 2 layers of bars exposed.  Max loss to bar diameters = 100%.
	Spandrel Columns
	Spandrel columns are located at floorbeams 4 and 24.  They typically exhibit delaminations and spalls in the vertical faces with deterioration particularly pronounced on the corners.  Section loss was noted to exposed bars on the columns.
	/
	Photo D1-06 (ID D007) –  Span 3, Spandrel Column B-24, large corner spall with exposed reinforcing steel with 1/16” loss to bar.
	Note:  Typically in the Field Note Table, the area above the spandrel column is part of the “Spandrel Arch”.  Some entries in the table have component designations of Spandrel Column for this location when describing a deficiency.  The ID callout on t...
	Arch (Rib, Floor, Soffit)
	Main arch components were found to be in generally fair condition.  Arch ribs and floors exhibited narrow to medium cracks and minor small spalls and delaminations.  No significant exposed bars with section loss were noted on the arch in Span 3.  Some...
	/
	Photo E2-09(ID E111) – Heavy debris (dirt, garbage, bird waste, etc.) at base of arch floor at west face of Pier 2
	/
	Photo C2-25 – Typical condition of arch soffit in Span 3
	/
	Photo E2-10 –Typical overall view, arch floor between Arch Ribs A & B below Floorbeams 1-4.  Note typical rough/poor formwork/finishing and localized honeycombing patches.
	PIERS
	The exterior of the piers exhibit localized delaminated areas, spalls, cracking, surface scaling, joint leakage and associated deficiencies.  The most significant areas of deterioration were noted higher up on the piers, closer to the deck.  A widespr...
	The interior surfaces of the walls of Pier 2 exhibited delaminated areas with spalling, leakage, stainage and cracking in the upper chamber immediately below the deck.  The lower chamber walls were in satisfactory condition with no major deficiencies ...
	/
	Photo C1-13 (ID C008) –  West face of Pier 3 between Arch Ribs A & B.  4’ x 6’ delaminated area and 6’ high corner delamination on pilaster above Arch Rib A.  Localized spalls are present in the delaminated areas and have exposed bars with up to 1/8” ...
	/
	Photo E3-25 (ID E327) – Typical condition, interior of Pier 2. No significant deficiencies noted.
	/
	Photo E3-29 (ID E336) –  Looking down at lower chamber in Pier 2, access door on east face.  Trapped water and debris in base of pier.
	APPROACHES
	Deterioration in the approaches was mainly found at transverse floorbeams and in the deck soffit.  Prolonged exposure to deck drainage has initiated corrosion of the embedded reinforcing steel in many of the members located adjacent to joints.
	/
	Photo D2-07 (ID M101) – Large spalled area with exposed bottom bars on floorbeam where East Approach meets Arch Span 1.  Water leakage through joint above.
	/
	Photo C4-48 (ID M401) – Spalling and bars with section loss (estimated at 1/8” max loss to diameter) on bottom of floorbeam at Column Line 1 in West Approach.
	No significant deterioration was found during a cursory inspection of the walls of the approach chambers.  Localized minor cracking, spalling, and staining were noted.
	UTILITIES
	Pipe Supports
	A large bank of utility conduits is located between spandrel wall/arch lines C & D.  Additionally,  utility lines are mounted on the exterior north face of the bridge, immediately below deck level.  Corrosion was noted on the steel elements comprising...
	/
	Photo D1-27 (ID E019) – Failed steel utility support bracket near east wall of Pier 2.  Bracket supports a 12” dia. pipe.
	Between Spandrel Arches C and D, transverse beams are present whose purpose was likely to support utilities.  They are currently not supporting the utility lines in this area. These beams exhibit medium vertical and diagonal cracks and localized areas...
	/
	Photo C3-109 (ID C271) –  Transverse beam between Spandrel Arches C & D at Floorbeam 27.  Vertical crack 2’ from face of Spandrel Arch C.  This cracked condition is typical at several locations
	Light Pole Pilasters
	Light poles are located along the north side of the bridge deck.  These poles penetrate the deck and are supported by small pilasters on the Spandrel Arch/Wall D.  These pilasters exhibit extensive distress related to prolonged exposure to deck draina...
	/
	Photo C3-31 (ID C223) –  Light pole pilaster at Floorbeam 6.  Corrosion related distress to steel pole and concrete pilaster.
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